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THE NATIONAL BUREAU OF STANDARDS

Functions and Activities

The functions of the National Bureau of Standards are set forth in the Act of Congress, March

3, 1901, as amended by Congress in Public Law 619, 1950. These include the development and

maintenance of the national standards of measurement and the provision of means and methods

for making measurements consistent with these standards; the determination of physical constants

and properties of materials; the development of methods and instruments for testing materials,

devices, and structures; advisory services to Government Agencies on scientific and technical

problems; invention and development of devices to serve special needs of the Government; and the

development of standard practices, codes, and specifications. The work includes basic and applied

research, development, engineering, instrumentation, testing, evaluation, calibration services, and

various consultation and information services. A major portion of the Bureau’s work is performed

for other Governrncnt Agencies, particularly the Department of Defense and the Atomic Energy

Commission. The scope of activities is suggested by the listing of divisions and sections on the

inside of the back cover.

Reports and Publications

The results of the Bureau’s work take the form of either actual equipment and devices or

published papers and reports. Reports are issued to the sponsoring agency of a particular project

or program. Published papers appear either in the Bureau’s own series of publications or in the

journals of professional and scientific societies. The Bureau itself publishes three monthly peri-

odicals, available from the Government Printing Office: The Journal of Research, which presents

complete papers reporting technical investigations; the Technical News Bulletin, which presents

summary and preliminary reports on work in progress; and Basic Radio Propagation Predictions,

which provides data for determining the best frequencies to use for radio communications throughout

the world. There are also five series of nonperiodical publications: The Applied Mathematics

Scries, Circulars, Handbooks, Building Materials and Structures Reports, and Miscellaneous

Publications.

Information on the Bureau’s publications can be found in N'BS Circular 460, Publications of

the National Bureau of Standards (SI.25) and its Supplement ($0.75), available from the Superin-

tendent of Documents, Government Printing Office, Washington 25, D. C.

Inquiries regarding the Bureau’s reports should be addressed to the Office of Technical Informa-

tion, National Bureau of Standards, Washington 25, D. C.



NATIONAL BUREAU OF STANDARDS REPORT
NBS PROJECT mbs REPORT

0708-11-0707 July 31 , 1957 5^30
0708-2P-3824

REPORT ON DENTAL RESEARCH
AT THE NATIONAL BUREAU OP STANDARDS

Progress Report

January 1 to June 30 ^, 1957

Dental Research Laboratory

The dental research program at the National Bureau of
Standards is carried on in cooperation with the Council on
Dental Research of the American Dental Association^, the
Army Dental Corps^, the Air Force Dental Service^ the Navy
Dental Corps^ and the Veterans Administration

»

IMPORTANT NOTICE

NATIONAL BUREAU OF ST

intended for use within the

to additional evaluation and

listing of this Report, either

the Office of the Director, N:

however, by the Government

to reproduce additional copit

Approved for public release by the

director of the National Institute of

Standards and Technology (NIST)

on October 9, 2015

progress accounting documents
rmally published it is subjected

, reproduction, or open-literature

.siun is obtained in writing from

Such permission is not needed,

prepared if that agency wishes

U. S. DEPARTMENT OF COMMERCE

NATIONAL BUREAU OF STANDARDS



•

,
‘ ^ S *f '-:\ ••. t'ii- J'y ?a V I Cr--

§3v...
> ’L

J’i^. :', V.

'•Ty

,V'A.

t.^

m,- ‘
I'Ufri 1

»'t'

i' 4
4 ^'V

f

>.vxvr:l

;, f '^

'

'<.••11 Trt

i''

- • . T- .V

i- ^,,- .t

j

.

i,.^^(5r

.;a*' '

' •»« r #- r- : t -t «»».
'

• t

‘<e>i 7t^
Y.’

.vV>?
M “Kj

"TtttU'
V''.'‘;4^> /. y.'''vi^"',i\fii^t ;<..' y,
^1A|1 \.^:..i «k-'.. .ft-.*

;
*' ' :'»i* 2UiU'i3H 2 (])i A (i liA i

i' .k)'- iJA ^'lUM ..“

' Ci'
,s:--

1. •
' •

'ji 1 - , .< t-'.*i i j •

,

i., ....fc -,. ,.

^ ’-<11' . VitJ *1 liiiTiUwft. yilttl'-zH , 1 u,'j Ii,tv>y;,i .--ii .- .. ij r' ‘>l.u j

'
,.;:,-;i

.‘«:S<$ tf,.,Si'.itMf;(jii .
<••;^. ttiiJtti >jift ml ,i.

'4Vf^‘»i »*tq ji.tu t> *- MiUvj.- itn< :, .t'.i.^ n- at h«

'

t: . 1n»ij »(i t..V .
' •{/Vj' ^ ,^‘j

I, si U .'A '7
f ' va ’»W .• b»i.it/>t;!3 li> ufiHtyM lii(ii>ifi/*1' i'f 'T ' rk k ;

( It. -1 •<(/ If '

v. . ..<1 ttu-t'iH .,!r '

'1. . i«.i«'>i’ ••»A| , •' M*^»ir . • • n«

i'

,' / -: V ‘‘it >1 > . ;/T*
-.•

M llv-.f ,-*| u*! f

•

"v-fkii
-

. vV

'‘U' < ‘ ;

UtU-J ^

‘.y

4

rk...

;. '.r

iSktiMyM



REPORT OR DERTAL RESEARCH
AT THE RATIORAL BUREAU OF STANDARDS

1 . INTRODUCTION

Research on a wide range of dental restorative materials
and equipment and on natural tooth structures has continued
at the National Bureau of Standards during the half year end-
Ing June 30^ 1957

•

Summaries of results obtained on work in progress^ a list
of reports issued on completed phases of several projects and
a list of papers published during the period are given below.
Copies of the reports are appended

.

2 . REPORTS ISSUED

The Reaction of Zinc Oxide with _o-Ethoxyben-
zoic Acid and other Chelating Agents.
Physical Properties of Chromiumi-Cobalt Dental
Alloys

.

Colors of Dental Silicate Cements.
Mechanical Mixing of Dental Cements,

3

.

PAPERS PUBLISHED

A Panoramic Dental X-ray Machine, D. C. Hudson^ J. W. Kumpula
and George Dickson. Armed Forces Med, J. ^’^5 Jan. 1957.

A Method for Measuring the Mucosal Surface Contours of Impres-
sions^ Casts and Dentures. N, W. Rupp^ George Dickson^ M. E.
Lawson^ Jr,^ and W., T,_ Sweeney. JADA Jan. 1957.

A Proposed Specification for Dental Chroniium-Cobalt Casting
Alloys. Duane F, Taylor and W. T. Sweeney. JADA 54 .*44 Jan,
1957.

~
A Sim_ple Technic for Making Dental Porcelain Jacket Crowns.
Hector Sacchi and George C. Paffenbarger , JADA 5^". 356 Mar. 195

Alginate Impression Materials, H. J. Caul. JADA 54^567 April
1957 .

~
Methods for Evaluation of Rotating Diamond -Abrasive Dental
Instruments. J. L. Hartley^. D, G. Hudson^ W, T. Sv^eeney and
George Dickson. JADA ^.”637 May 1957.

Apatites Deficient in Divalent Cations. A^. S. Posner and A,
Perloff . Jo Research NBS 58:279 May 1957.

NBS Report 5209

NBS Report 5340

NBS Report 5348
NBS Report 5397
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Proposed Specification for Plastic Teeth, T. Sweeney^ R, L,
Myerson^ E« E, Rose and J„ 0, Semmelman. J, Pros. Dent, 7:420
May 1957 .

Changes in Agar-Agar Duplicating Material and Agar-=Agar on
Heating and Storage. Peter M, Margetis and W. C. Hansen JADA 54:
737 June 1957.

4. WORK IN PROGRESS

4,1 Human Tooth Enamel and Dentin

(a) Fluorescence Studies.

Investigation of the feasibility of carrying on interfer-
ence microscopy studies in conjunction with the work on fluor-
escence of tooth structures was continued. It was found that
the tooth sections used for fluorophotomlcroscopy were too thick
for proper observation of the Interference band displacement.
Work is now in progress to prepare ultra thin sections.

In response to many requests from research investigators
and manufacturers for phosphor reference sam^ples which could
be used to calibrate fluorescence and phosphorescence detectors
and as standards in the manufacture of fluorescent and phos-
phorescent articles^ sets of fourteen reference phosphors are
being prepared. The phosphors were made available txhro.ugh the
cooperation of the Electrochemical Society^ the Naval Research
Laboratory^ the National Bureau of Standards^, and the American
Dental Association . At present these samples will serve as
arbitrary reference standards only, A project on the funda-
mental properties of these phosphors m.ay be undertaken later.

(b) Crystallographic Studies,

Calculations of the least squares analysis of the single
crystal x-ray diffraction data on calcium apatite [Ca-| p(P0ij.) g
(oh) 2 ] ty means of the IBM 70^- (electronic computer) were com-
pleted . Imxproved atomi.c parameters have been delineated from
this work. The x-ray single crystal data on lead apatite
[Pb]_o(P04 ) 6 ( JH) 2 ] were obtained and were prepared for machine
calculations of the atomic parameters

.

A low angle diffraction cam.era for use in studies of par-
ticle size distribution in tooth and osseous tissue was designed
and construction started

,

Infrared absorption studies in cooperation with E. R.
Lippencott^ Dept, of Chemistry^ University of Maryland^ have
Indicated that hydrogen bonding is present in bone and tooth
mineral as well as in s^nithetlc defeat apatites. Pure apatite
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crystals gave no sign of hydrogen bonding. Treatment of defect
apatites with calcium acetate which reduced the solubility and
increased the Ca/P ratio also reduced the intensity of hydrogen
bonding absorption bands

„

4,2 Metals

(a) Amalgam o

Ag-Sn~Hg System Studies „

Effort has been devoted to a revision of methods of inves-
tigation of the Ag-Sn-Hg system. Construction of vapor pressure
apparatus for the study of the equilibrium vapor pressures of
the various phases^ is nearing completion , Room tem^perature
x-ray diffraction tests raised a question as to whether the ac-
cepted solubility limits in the Sn-Hg system are in error or
whether the samples contain free Hg, Specimens and low tempera-
ture adaptors for x-ray diffraction studies below the freezing
point of mercury are being prepared

,

Amalgam Setting Time ,

In the course cf evaluating the precision and accuracy of
the setting time test for amalgam^ it has been observed that
the carving time of the alloys under study is effected by storage
environment and tenure « It has been found that the carving tf^me

of most commercial amalgam alloy preparations increases with
time of storage at ropm temperature in a linear fashion. Accel-
eration of room temperature storage effects may be achieved
at 212 and tests on alloys stored at this temperature for
four hours Indicate that alloy storage at room temperature would
have a continued effect on carving time for a number of years

,

Further work on this project will be done to (l) further evalu-
ate the importance of the operator variable^ ( 2 ) utilize the
test to develop specification requirements^ and (3) utilize the
test to develop a better understanding of the mechanism which
causes the changes in the carving time of dental amalgam..

(b) Gold Foil,

The availability of a crosshead-type testing unit of un-
usually high accuracy has permitted the study of moderately low
strength rn.ateria.ls such as condensed gold foil in which speci-
men sizes more nearly approximating the dental application may
be used

,
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Specimens^ 2 mm in thickness^ have received preliminary
st-udy for the gold foil and amalgam materials » Preliminary tests
using amalgam specimens have provided reproducible data. Before
further work is undertaken^ however^ a correlation will be ob-
tained between the strain data (as indicated by the crosshead
travel) recorded by the testing unit^ and strain data obtained
from SR-4 type A=-l8 gauges located directly on the gauge length
of the amalgam specimen. Since dental amalgam is a particu-
larly brittle material^ the comparative information thus obtained
should enable corrections in strain measurement error permitting
a high order of accuracy in the strain values obtained for gold
foil. A committee of the American Academy of Gold Foil Operators
has been set up to assist in producing suitable specimens in
shapes such that better physical constants can be obtained on
this type of restorative material.

4.3 Resins

(a) Denture Reliners.

Partially completed analyses have provided additional in-
formation on the composition of denture reliners sold directly
to the public. Principal components which differ widely from
brand to brandy include the following poly [vinyl acetate]^ poiy
[n-butyl methacrylate]^ paraffin^ triacetin^ and natural gums
such as tragacanth and karaya. Apparently many other consti-
tuents are present including coloring and flavoring materials^
water and calcium^ magnesium and potassium salts.

A systematic study of the properties of denture reliners
used by the dental profession has been initiated . Such prop-
erties as porosity^ heat rise on curing^ water solubility and
sorption and effect on transverse strength of denture base
materials are being determined

.

(b) Denture Base Resins.

A study of the physical properties and clinical character-
istics of different types of denture base resins including heat
curing and self curing poly [m.ethyl methacrylate] with and with-
out cross-linkage^ vinyl-acrylic resin copolymers and poly
styrene - rubber copolym.ers has been initiated

.

(c) Silica-Resin Direct Filling Material.

Additional batches of products of epoxy acrylate esters
were synthesized and physical properties obtained » Another
synthesis was made using bisphenol A and glycidyl m.ethacrylate

.

Viscosity was reduced with tetraethylene glycol dimethacrylate

.
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When activated with approximately ifo dim.ethyl para toluidene
and mixed with clear fused quartz powder containing 1^ benzoyl
peroxide this material hardened at room temperature in about
1^ minutes. The material exhibits good qualitative properties
of hardness and visual matching of tooth structure.

(d) Polymerization Reactions.

The studies of the rate of free radical form_ation of the
peroxide -amine initiator-accelerator system in air were com-
pleted. The kinetics of this reaction is complex. Measurement
of the kinetics in a vacuum is now under active investigation.
The rate of the apparent free radical formation is greatly slowed
dotm by the presence of air and difficulties were encountered
in rem.oving traces of air. New experimental techniques are
being developed to eliminate the presence of minute quantities
of air which greatly affect the measurements.

(e) Gas Chromatography,

Copolymers of methyl methacrylate with varying percentage
of acrylic and methacrylic esters as well as acrylic and metha-
crylic acid were synthesized. Liquid pyrolysis products ob-
tained on heating the specimen to 350 °G were ana3.yzed by gas
chromatographic procedures using a dinonyl phthalate-flrebrlck
column. Other columns were also prepared and their usefulness
in polymer identification being studied, A series of cross
linked m_ethyl m.ethacrylate copolymers were obtained and the
effect of cross linking agents on the chromatograms is being
studied,

4.4 Elastic Impression Materials

(a) Alginate Materials,

The physical properties of a large number of commercial
dental alginate impress loii maternal s have been studied. New
tests for consistency^ working time.^ detail reproduction^, and
deterioration have been devised and Included in a complete re-
vision of the Federal Specifieation for these m_aterials. A
draft of this proposed revision is being prepared for distri-
bution to cooperating agencies for their comments.

(b) Synthetic Rubber Ease Materials.

Additional data were obtained on the properties ineludirig
setting time, working time, strain, permanent deforma.tion, flow,
dimensional stability, com.patibility with gypsian, and detail
reproduction of thiokol and silicone Impression materials. On



ELI'

i rt>7 rv;

' • « ‘ r . A fVMMBaIfy
•,, . vVyTv^^

j

'.'Tsi4rfi»-,:«qn<-'J^?' ''mps,’i*':-,,a'4 Xs.Jri;*?*/)?' cjwf a

w'ittvi es. W 3Jdii»sii*i- t;^o*aa>)itflitxl'

?

3F^
aH.ri'o^iaBi xai;aiT:ISitit| •:::;

_p-“‘

>/ipT It' s\.€i.f iMoXbA'^. l.'j' ad.t Ho /^/l;...!!*‘.‘^ '•;;^

no'Jt;^ Xe?ii?»«r7: r^xr^'xi^qq*. 'it ^^. yl

, LiviPiiiOdA^ tfi>.^HlU.-b Am’vjb )a« iilo vrf' rrv»'^f,^V]

I?’"'*' ^&Tl^’UnMii)t^* -5>Tsjj3,lj8 let ^J^aisaJd^ ";

* \;iiqS'i 2jG"iijmo^Sl^-

a^i^aooioq
brts fl#w ajs cj'^4r^ii 5» of‘It*^Dfirid^‘vn

- />..: ->fo aiour>6^a »trs^j^r^q b^J^fpil ,t^’4Jl30dvtnv;a' :j'iBi?r JbioA,,xvHTi^;

<AS ijrtWijfr;) ixo

X^Jonil» -A aB'u;fci>oo^iq 5 i/lq^-XS«^'1i^TL^
ofiXA. FsOijyirXoo ‘‘'yejdd^O <-7^

i.-V.V»' i

i

•>i

IL
i! ..

m

*'
. 4

ibM odBr.i^XAl”(At

pvf
'

i-JCiJ;yjS'»<'®i'Oc 'to T:-*ca!U(H ^aauiZ 5i L-. laais^q'ajlTf *"

^>0I 5 U*T€ rW.'Xf («V^ £ifijl«f/ -m liiU WffiniliXa

«•«* .-^Uajubcriasw xte "#3 ttvKtiJ jjrtXahiOi*'" 4\; ns^^sicfioo
^

;ii»l;'».C'tW

Ij -.
'. -Jtoon li Al IHhJ, IL«il it'^Slvi'y ft »9 ftj>i4»ic«Jt*i34

o&9fi.:» '?o'i ja»LafctiJ.lia«qf. UiSbsl odit.'l^

-X't:'a.-.^ not b90fi<ri*ji)i|u,j4»^.X^ 8i;A*itotrtlvy; t>»aoq(nc[ aXfl^- t<»

. a^n8iWoft.f'’^H-'f,?^.o.^ a«lcrt?)a'R art.t ji?3<»q[ooii o±.jn:o.»X|i

i’'

' ' •'*
,f»

,,rtX'ii':r.Jy.iS <5a«a- 'JOltftiH’ oXisrii^ («

18" . J'
’’

r

:fii' . i^Ijl^‘iv«$t^n f:Kt£^A^-::. jir* f'rto^'ilta :'®j(6 'W’.aoltWiii'W

::*=?*
•'•''

A ‘^'

•*4
"

aK •
-'<v

I



- 6

the basis of the^e data a tentative proposed specification for
synthetic rubber base impression materials has been written.4.5

Color Standards

A progress report on the colors of silicate cements is
appended « Data are being obtained on the effects of blending
shades of different colors^ on the effects of aging the cements
at temperatures above room temperatures and on the limits of
precision of determinations of the cement colors with the
Gardner Color Difference Meter.

4.6

Zinc Oxide Materials

The reaction of zinc oxide with chelating agents was con-
tinued. Chelating agents containing phenolic, enolic or car-=-

boxylic acid groups react with zinc oxide to form hard coherent
products. Many of these materials disintegrate slowly in water.
The solubility of hardened mixes containing £-ethoxybenzoic acid-
eugenol^ zinc oxide and quartz can be decreased somewhat by
incorporation into the mix of 3 to 5^ of a silicone

.

Chelators containing acid groups act as accelerators in
the hardening of zinc oxide-eugenol mixtures

,

4.7

Rotating Cutting Instruments

The apparatus for determining the torque-speed characteris-
tics of dental-handpieces was constructed and initial calibra-
tion was completed. The instrument permits the operation of
the handpieces at several speeds and the simultaneous measure-
ment of (1) delivered torque^ ( 2 ) bur speed (rpm)^ (^3 ) motor
speedy (

4 ) power input. From these values it is possible to
determine the torque-speed curve^ the effect of belt slip^, and
the overall power efficiency of the handpiece-engine combina-
tion.

The rotational speeds are m.easured with photocell-frequency
meter pairs and the available torque is measured by a pendulum.-
optical lever arrangement. Data obtained with the instrument
will be used to evaluate the cutting characteristics of tooth
structure^ using burs and diamond instruments in the overall
problem of studying the relationship between fundamental prop-
erties of teeth and how best to prepare cavities for dental
restorations

.
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'4. 8 Dental X-ray Apparatus Survey

Detailed data on the characteristics of dental x-ray appara-
tus are being obtained from manufacturers. These data will be
utilized in answering numerous requests for Information on the
radiation hazards of x-ray equipment and for advice on methods
of eliminating or minimizing such hazards.

Materials evaluated for the Federal dental services and
the American Dental Association by specification and special
test methods included amalgam, denture base resin^ inlay cast-
ing investment^ inlay casting gold alloy^ inlay casting wax^
mercury^ and silicate cem.ent.

4«9 Evaluation of Materials

For the Director

W, Sweeney^ Chief ^
Dental Research Section



'
'-K

^ I S'

^-t

ii^4 ^*tJ5 aG:t.

—jf!*JJB CXti^ '^iS’T-X *lC' Tt^ ^

td Iliv; ^*tJ5

^ft3- gy;J '£5Dl'4je«n^'’tcrjt uiit gwl-ndf’Sii^'aii; b©sJLXJ::it>

4 ' ,V''^^
' ‘Xo BoWevf'eva

_ ^
_.

’
' 'TJ-'i'

bfta st^^^l.v-xaa ij&itmk «sl4ii:*X3^^Jsll \;^j

-j£L«r. '»a0d 0n$idtph ^m&^li^ r^^b^l^nr 3bodt^ Jga^

V-^ \lftXitlr ^X^LIM blog XAtnl ^cTascjissvnJt SfLf,

F .
. "

. mm .^1* ^4»olj;ia brrB

v\
’

VV ' i:'i'

- '^T . ^iSp.r%
, . I r

V ' A r*,

,

f.v-
/ '

' .^J* .

‘ V V,

.

y

#"

n HilHiy

'4'i
''J/"•"

.
'Yf4'

® ,,-:3

'Ji

r

51 f-

V^^??

f'/j'

\ •

-Irli
.^1



NATIONAL BUREAU OF STANDARDS REPORT
NBS PROJECT NBS REPORT

0708-20-3824 June 28, 1957

Progress Report

5209

THE REACTION OF ZINC OXIDE WITH o-ETHOXYBENZOIC
ACID AND OTHER CHELATING AGENTS

by

Gerhard M, Brauer^
Ell E. White, Jr.^o
Manuel G, Moshonas"^

1 Chemist, Dental Research Section, National Bureau
of Standards.

2 Chemist, Dental Research Section, National Bureau
of Standards.

3 Guest Worker, U, S. Army, Dental Research Section,
National Bureau of Standards.

This work is a part of the dental research program conducted
at the National Bureau of Standards in cooperation with the
Council on Dental Research of the American Dental Association
the Army Dental Corps, the Air Force Dental Service, the
Navy Dental Corps and the Veterans Administration.

IMPORTANT NOTICE

NATIONAL BUREAU OF STANDARDS REPORTS are usually preliminary or progress accounting documents

intended for use within the Government. Before material in the reports is formally published it is subjected

to additional evaluation and review, for this reason, the publication, reprinting, reproduction, or open-literature

listing of this Report, either in whole or in part, is not authorized unless permissiot) is obtained in writing from

the Office of the Director, National Bureau of Standards, Washington 25, D. C. Such permission is not needed,

however, by the Government agency for which the Report has been specifically piaipared if that agency wishes

to reproduce additional copies for its own use.

U. S. DEPARTMENT OF COMMERCE

NATIONAL BUREAU OF STANDARDS



f' .*/ .*T»1
'

•
I

*

•J 1^’H

T«o^a« a<jf?»AO^^ATa’ ao UAJHua jamoitam
• IX ’# f

m. ..

.

TaO*13n

eos?

..A
T^3iOf!^ aan b

Taei »8s anwt,
n

ilocreH desnsoi^

328£-02-80Tt- .

OIOSMSaYX<»PEa-o/"l!TIW SaDpO OTilS! TO HOITOAafl 3HT
sTJfarX oMiTA.i'SHo' asH® cwa aiOA

X<i
' V#

It

tsJ'irtM .2 i-ia®

‘"eiiaaxlaoM " . 0 £sijnBi4
'>t

f •-

r?.* (

jjfiaoiie IbhoJ^^^sK ^cioX^oeB rtMB989H iBctnsa ^cteJtisr^itO'^. X
.8:iTf:bn»t8 lo

ajssnufi I,aredl:tBH ^noi^tc^ae xioTBsaaH Ifictasd ^cTa^erfO §
,8bri£5fts^3 lo

.ctoXi^oeZ /io^Bsasfl lB:tasa t'tPriA *8 .U itaawO c£
. ^&-rBbftj8C^8 lo useiua Ij&rtoX^AW

m
be^osjbaosk do'iJSsasT XB;tn9b ari^ lo iiTBq aX >Itow a trfT

9f(.X ii;fi;w rsoix&^sqooo nl ab^jaliaBctS Ip uss^iiS

oxXf^XbosaA iB^naa f£B0X*i9raA eriX 'Xo do^^jg^asH iB^rtsvI no IXonuoQ

BdX ,eoiv-isa lB,^neC niXA ^aq^ioO iBt^nea yjink erit

.itoi^Bi^ainlmbA ans'isX^V ©rl^ bna eq^oO l&tin^d' x^bVI

' « Li

it

J'JllOM THMHO’mi

stifliHuSKito ’ui y (tii<iii4 l!3'U{ ytlioAfv •I'Hi S'! ?'<i08AUl4A,f <i in UAlRtlM ^AHtHTAH

ImlO'iiJoi ti rth»>qu^*-^ii |lii
*)o?iiprtt^¥wO

'iiutiJi'ili^ <14^10 >•» iUii' iqv’i .i»0*l4ttt|Xh^ i#t ,ji«ai^^itil imI yW'>lv»'« Ha b|

.. ..‘I ^ >.k.s vT .....h,-^i^t.w, inn ttl taillia .l'!ilof))i 4111 } Ifir
inoil ^tifViw ni l»;*rtlfcU>0 »«« ^ ,r.tiQsn -^tai w
b ib-j .a lull 4) il Hi2 D .0 U»on«»H i#tftM4O»0 oi^

loiltifi Udl It tmitij.’hq r»<tl
t(<i

- * M ,93U 11^

It.f

Vt-

«

30fi3MM03 30 TH3WTHAS3Q ,2 .U

i^n

Kf

i

20RAQKAT2 30 t!A3AU8 JAMOITAH



THE REACTION OF ZINC OXIDE WITH £-ETHOXYBENZOIC
ACID AND OTHER CHELATING AGENTS

Abstract

Zinc oxide-eugenol mixtures have been useful in a

number of dental applications « These mixtures form a

hard, coherent mass that consists of zinc oxide embedded

in a zinc eugenolate chelate matrix* In order to deter-

mine the scope of the reaction and to obtain improved

products the reaction of metal oxides with organic che-

lating agents has been Investigated.

Hard, coherent products are formed with a number of

chelating agents. o_“»Ethoxybenzoic acid (EBA) was found

to be the most suitable chelator. It reacts rapidly

with oxides of group II of the periodic table with the

formation of hard products.

Further improvement of the physical properties is

obtained by using solutions of EBA and eugenol mixed

with zinc oxide. These mixtures harden rapidly even in

the absence of accelerators. The products formed show

much increased compressive strength and higher density

and water solubility than commercial zinc oxide-eugenol

mixtures . Addition of quartz powder to the mixes im-

proves the compressive strengths of the products*

The EBA-eugenol-zinc oxide mixtures may be useful as

dental impression pastes and as temporary filling materials*

1 . INTRODUCTION

Zinc oxide-eugenol mixtures form a hard, coherent mass that

has been useful in a number of dental applications. The hard-

ened mass consists of zinc oxide embedded in a matrix of a zinc
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2

eugenolate chelate with the empirical formula (C2qH^j^02) 2^^ [!]•

Mixtures of zinc oxide with ortho substituted phenols such as

Isoeugenol^ guaiacol and methylguaiacol also harden. As would

be expected from the reaction mechanism phenols that do not con-

tain ortho substituents or that contain substituents that are

Incapable of chelation do not undergo this reaction.

The presently available commercial zinc oxide-eugenol mix-

tures harden rapidly only in the presence of accelerators. The

products have low compressive strength. The materials inhibit

the polymerization of acrylic monomers. Hence, acrylic resins

will not polymerize in direct contact with these materials. It

therefore appeared of Interest to study the reaction of zinc ox-

ide with a number of commercially available chelating agents.

A large portion of this report deals with the products obtained

from mixtures of zinc oxide with £-ethoxybenzoic acid (EBA) since

they appeared to be the most promising.

2. EXPERIMENTAL PROCEDURES

2.1 Materials

Zinc oxide reagent grade was used in most experiments. Over

50^ of the powder passed through #70 sieve, but was retained by

the #100 sieve.

An experimental zinc oxide (Merck Hyperfine) having a par-

ticle size of about 0.02 microns in diameter and containing approxi-

mately 5^ water was also used. Analysis of the sample showed

the presence of 1,2^ ammonia.
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Zinc oxides XX-T8> Kadox-72^ Kadox-15 and No. 513 were ob-

tained through the courtesy of the New Jersey Zinc Co. Particle

size of these materials is given in Table VI. Micronized USP

zinc oxide was obtained through the courtesy of the Star Dental

Co. Tetrahydroxyethylethylenediamine was obtained through the

courtesy of Visco Products Co.^ Inc.

Ground^ opaque^ fused silica (quartz) was procured from the

Thermal Syndicate^ Ltd. Over 50^ of the material passed through

the #100 sieve and was retained by the #200 sieve. Silicone R-23

was obtained from the Silicone Division^ Union Carbide and Carbon

Co.

£-Ethoxybenzolc acld^ 2-methoxy-4-methylphenol and isoeugenol

were Eastman practical grade.

All other chemicals were reagent grade.

2,2 Methods

2.2.1 Consistency of Mix

For some zinc oxide-EBA mixes the powder-liquid ratio of a

mix of standard consistency was determined as outlined in American

Dental Association Specification No. 9 [2]. Besides the powder-

liquid ratio the consistency will depend on the technique used for

mixing the constituents . By changing such factors as the rate of

spatulation and pressure it is possible to prepare mixes of stand-

ard consistency that show variations of 10^ in the amount of pow-

der incorporated. Results obtained by different individuals may

show variations as high as 10^. However^ it was found that such

variations of the powder-liquid ratio will not alter appreciably

the setting time of the mixes

.
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2.2.2 Setting Time

The setting time is defined here as the number of minutes

elapsed from the starting of the mix to the time when the point

of a penetrating instrument such as the point of a Gilmore needle

falls to make a perceptible Indentation on the surface of the

specimen. Setting times were determined either at room tempera-

ture or at 37 °C.

Setting times of mixtures that harden in 10 minuter or longer

are difficult to determine . Often^ the mass of the mixture al-

most hardens within a few minutes^ but on placing the needle on

the surface of the material a small but still perceptible circle

is produced even after many hours. The initial setting times

reported in Tables VI^ VII^ and VIII refer to the time

period after which only a slight indentation is visible after

placing the needle on the material for 5 seconds. For a number

of mixtures the time after which no perceptible circle is visible

was determined and is also shown as final setting time in the

tables

.

It should be noted that the setting time depends largely

on the experimental conditions used. Therefore different values

were obtained when the tests were conducted at different tempera-

tures and relative humidities.

When information was desired as to whether the mixes would

harden at all and if so^ if they would set within a reasonable

length of tlme^ m.ixes were prepared containing the maximum amount

Of powder that the liquid would wet. The edge of a spatula was
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placed on the mix at various time intervals to determine the

approximate setting time. Setting time was determined at room

temperature (27±2°C)*

The setting times given in Tables III and V to X were deter-

mined using the amount of powder and liquid given in the tables.

The powder-liquid ratios used were determined by previous ex-

periments and give mixes of approximately standard consistency.

Mixing was accomplished by placing weighed amounts of powder

and 0.4 ml liquid on a glass slab. The powder was then divided

into four portions. The first portion was completely incorpora-

ted with a stainless steel spatula before the next portion was

brought in contact with the liquid , The mix was thoroughly

spatulated until no unmixed powder remained. Since some mixes

of standard consistency required a great deal of powder the mix-

ing time to incorporate the powder varied from 2 to 4.5 min.

Hence^ the time at which the brass ring and mix was placed in

an atmosphere of 100^ relative humidity at 37 °C was 3.5 t 1.5

min. after starting the mix. With the exception of this modi-

fication the setting time was determined with a 1 lb standard

Gilmore needle as described in American Dental Association

Specification No. 9 for Dental Silicate Cements [2].

2.2.3 Solubility and Disintegration

For the solubility and disintegration test the powder and

liquid were mixed in the same powder-liquid ratio by the pro-

cedure used for the setting time experiments. Since some ex-

perimental mixes adhere strongly to glass^ pieces of Teflon

were used between the specimens and the glass plates . After
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mixing the powder and liquid^ 0.5 nil of the mixture was trans-

ferred to a piece of Teflon^ 0,03 nom thick^ and covered by a

second piece of Teflon. These in turn were placed between two

glass plates. The procedure followed thereafter is given in

American Dental Association Specification No. 9 [2]. Deter-

minations were made in duplicate.

2.2.4 Compressive Strength

Compressive strength was determined by the method outlined

in A.D.A. Specification No. 9 [2]. The specimens^ having the

powder-liquid ratios given in Table Vj were made 3 ± 2 min.

after start of the mix by filling a hard rubber mold with the

mixed cement. The ends of the mold were covered by pieces of

Teflon^ 0.03 mm thick and by flat glass plates held against the

ends of the mold by a ”C" clamp. The mold was placed in a bath

at 37 °C and 100^ relative humidity for one hour. After removal

of the glass plates and Teflon^ the ends of the specimen were

ground flat. The specimen was pressed out of the mold and im-

mersed in water at 37 °0 for 23 hours. Specimens were then

crushed at the rate of 370 Ib/min. ± 10^.

2.2,5 Density

The density of .the products was determined by using approxi-

mately 1 g specimen in a 50 ml pycnometer with water as dis-

placement liquid

.
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2o 2.6 Effect of Zinc Oxide-EBA
Products on Polymerization

A few tests were conducted to evaluate zinc oxide-EBA mix-

tures as cement liners for acrylic resins. Mixes containing

various proportions of eugenol-EBA and zinc oxide were placed in

split molds 6 mm in diameter and 12 mm in length. At time in-

tervals ranging from 10 to 90 minutes after placing the cement,

room temperature curing resin was put on top of the cement by

a "paint-in" technic.

3. RESULTS AND DISCUSSION

3.1 Reaction of Zinc Oxide
With Various Chelating Agents

Mixtures of zinc oxide and liquids that may be capable of

forming chelated products were prepared . Results are given in

Table I. o_-Ethoxybenzolc acid reacts with reagent grade or

Hyperfine zinc oxide to form a hard product in about 12 min.

Zinc oxide-£-salicylaldehyde and -o-ethoxybenzoyl chloride mixtures

harden fairly readily (l to 2 hours), A small percentage of

Hyperfine zinc oxide incorporated in the reagent grade greatly

speeds up the setting time of £-ethyoxybenzoyl chloride mixes.

Similar mixes with other chelating agents do not show this

effect. Some aliphatic chelating agents, especially those con-

taining acidic groups (lactic acid, ethoxyacetic acid), and some

compounds capable of enolization (acetyl acetone ) harden rapidly.

The products are quite water soluble and usually disintegrate

when placed in water. A number of compounds, such as esters

of salicylic acid, ethyl acetoacetate, cltraconic anhydride and
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ethylenediamine^ form coherent products of relatively low compres-

sive strength after a few hours. At room temperature under atmos-

pheric conditions^ mixes of eugenol^ isoeugenol^ guaiacol and 2-

methoxy-4-methylphenol harden more rapidly with Hyperfine than

with reagent grade zinc oxide. It appears likely that the ammonia

present in the Hyperfine material acts as an accelerator for mixes

containing £-methoxyphenols . With the other chelating agents dif-

ferences in setting time and properties of the product vary little

on substituting Hyperfine zinc oxide for the reagent grade.

From the small number of liquid chelating agents investigated^

few conclusions can be drawn as to the effect of various substitu-

ent groups on the setting reaction. An acidic group (COOH or

phenolic or enollc OH under certain conditions) appears to be

necessary to obtain a hard coherent mass. Thus^ £-ethyoxybenzoic

acid or guaiacol harden with zinc oxide whereas veratrole (p-

dimethoxybenzene) does not react readily.

The mechanism of the reaction between zinc oxide and ethyl-

enediamine is not known. The product formed in this reaction is

undoubtedly of a complex nature.

3.2 Reaction of Various Oxides
with £-Ethoxybenzolc Acid

Since jo-Ethoxybenzoic acid appeared to be the most effective

chelating agent, a study of the reaction of various oxides with

this compound was undertaken. The results are summarized in Table

II. Oxides of group IIA (MgO, CaO, BaO) of the periodic table re-

act rapidly to form hard brittle materials. The oxides of group IIB
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(ZnO, CdO^ HgO) form hard cohesive products as does lead oxide

(litharge) in group IVB. The other oxides either do not react

with ^-ethoxybenzoic acid or form soft putty-like >^products

.

Substituting magnesium oxide for zinc oxide in EBA mixes

shortens the setting time and lowers compressive strength and

increases considerably the solubility and disintegration (Table

IIj) . In air the product adheres strongly to glass.

Partial replacement of zinc oxide with calcium oxide

decreases the setting time (Table III) . With some mixes^ the

setting time decreases to such an extent that not all of the

powder and liquid can be thoroughly mixed before the mixture

has set. Calcium oxide mixes result in an exothermic reaction.

Where high percentages of calcium oxide are employed, the setting

cement ’’boils" making the product very porous. Although no

quantitative tests, with the exception of setting time, were

conducted, it was apparent that addition of calcium oxide low-

ered the strength and resulted in high water solubility*

3.3 Reaction of Some Hydroxides, Halides
and Zinc Salts with o_-Ethoxybenzoic Acid

.

Results of the reaction of some metal hydroxides, chlorides

and zinc salts with o^-ethoxybenzoic acid are given in Table IV.

Only the products formed with mercuric chloride have a hard co-

hesive mass which, however, is quite brittle.

3.^ Reaction of Zinc Oxide with o_- Ethoxy-
benzoic Acid-Eugenol Mixtures

Since prelimin.ary studies showed that zinc oxlde-EBA mixtures

disintegrate slowly in water, a series of EBA-eugenol solutions

was mixed with zinc oxide. Results of these studies are shown
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in Table V. Addition of even small amounts of EBA to eugenol

increases markedly the amount of powder that can be incorpor-

ated to obtain a mixture of standard consistency (Figure 1)

.

Addition of EBA to eugenol decreases the setting time of the

mixes (Figure l) . A minimum initial setting time of 3 min.

is obtained with 25^ EBA-75^ eugenol as compared to 120 min.

for 100^ eugenol. The setting time remains short over the

20^ to 'JOfo EBA concentration range and increases rapidly on

further Increase in the EBA concentration. However^ mixes con-

taining 100^ EBA show a much lower setting time than those con-

taining 15^ eugenol.

Addition of EBA increases the solubility and disintegration

characteristics of the products from 0.10^ for zinc oxide-

eugenol to 7-9^ for zinc oxlde-EBA mixes (Figure 2). In the

solubility and disintegration testSj, specimens made from zinc

oxlde-eugenol and EBA give highly viscous tar-like substances

whereas zinc oxide-eugenol cements give white residues. Com-

pressive strength Increases on incorporating EBA and reaches

a maximum of 10,600 psl at a concentration of 75^ EBA (Figui’e 2).

Higher concentrations lower the compressive strength. The den-

sity Increases from 2,68 for zinc oxlde-eugenol to 3.31 g/ml

for mixes containing 75^ EBA. No quantitative tests were con-

ducted on the adhesive properties of the products. However,

the behavior of the materials during the tests indicates that

addition of EBA increases the adhesive properties.
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The effect of the zinc oxide particle size on the powder-

liquid ratio and setting time of mixes containing a 75^ EBA-

25^ eugenol solution is given in Table VI . It will be noted that

the powder-liquid ratio used for a standard consistency mix

decreases with decreasing particle size. It appears that the

setting time is more dependent on the method of manufacture of

the zinc oxide than on the dimensions of the zinc oxide par-

ticles. Thus^ at 37°C and 100^ relative humidity^ the EBA-

HyperfIne mix hardens slowly whereas zinc oxide No . 513 has

the shortest final setting time. The greater reactivity of the

No. 513 zinc oxide is probably due to the presence of 2.5 to

3^ carbonate in the material

.

The effect of addition of fillers to zinc oxide-EBA-

eugenol mixes on the setting time and on the physical proper-

ties of the products was also investigated. Results of these

studies are shown in Tables VII and VIII and Figure 3.

Addition of quartz increases the total amount of powder

which can be incorporated to yield a mix of approximately stand-

ard consistency (Table VII ) . The quantity of zinc oxide in the

mix is not altered appreciably by the addition of the quartz.

Setting time of the mixes is shortened and can be further de-

creased by the addition of 0.6^ zinc acetate accelerator.

Products of slightly higher compressive strength with a maxi-

mum value of 11^600 psi were obtained for a mixture containing

69.2^ zinc oxide, 30.8^ quartz, 75^ EBA-25^ eugenol (Figure 3).

Solubility and disintegration of the products is little affected
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by incorporation of quartz in the mixes. Addition of 5^ sili-

cone R-23 to the 75^ EBA-25^ eugenol liquid does not change the

setting time but decreases the solubility and disintegration

of the products from 3.2^ to 2.5^.

Addition of dark rosin as filler shortens slightly the

setting time and lowers considerably the compressive strength

(Table VIII*) . For this- reason^ no solubility and disintegra-

tion tests were conducted.

On the addition of tricalcium phosphate as a filler (Table

VIII ), much less powder can be incorporated into mixes of approxi-

mately standard consistency. The crushing strength of the pro-

duct is lowered

.

Calcium oxide or m.agnesium oxide when incorporated with

zinc oxide ^ eugenol and EBA give a fast setting mix (Table VIII )

.

The product has a smooth surface but has low crushing strength.

In an effort to decrease the solubility of the hardened

products the readily available 2^4-dlmethoxybenzoic acid (2,4-

DMBA) was incorporated into some mixes containing quartz (Table

VIIl) . 2,4-DMBA is only slightly soluble in eugenol or EBA.

However, addition of a small amount of DMBA to 50^ eugenol-

50^ EBA increased the solubility of the products. A mixture

of 25^ eugenol-75^ EBA saturated with 2,4-DMBA hardened after

addition of zinc oxide in 38 min. The compressive strength of

the cement was lowered to 65OO psi and the cement appeared

less adhesive when compared to the products containing
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no 2,4-DMBA, Incorporation of small amounts of 2,4-DMBA did

not lower the solubility.

Addition of solutions of 2^4-DMBA in methanol or ethanol

to eugenol-EBA and zinc oxide produced mixtures that did not

harden within l8 hours^ even when liberal amounts of zinc ace-

tate were incorporated to act as accelerator.

2, 3-Dimethoxycinnamic acid (2^3-DMCA) was also incorpor-

ated into eugenol-EBA-zinc oxide mixes (Table VIIl), 2^3-

DMCA is soluble in either eugenol or EBA and can be mixed with

either or both before addition of zinc oxide. Addition of 1^

2j,3-DMCA appears to Increase the setting time and lower the

crushing strength.

It may be possible to lower the solubility of the products

of the zinc oxide -eugenol-EBA reaction by Incorporation into

the mixture tailor-made ethoxybenzolc acid derivatives. Such

compounds should be liquids containing hydrophobic side chains

at the unsubstituted positions of the ring. Synthesis of such

compounds in this laboratory and investigation of their effect

on setting is contemplated

.

3.5 Chelating Agents as Accelera-
tors of Zinc Oxide-Eugenol

Mixtures

Crowell [3] has shown that addition of small quantities

of acetic acid to eugenol greatly speeds up the setting reaction

of zinc oxide-eugenol mixtures. Therefore, the effect of a 5^

addition of a number of chelating agents on tl e setting times

of the mixes and com.pressive strength of the products was

investigated. Results of the setting time measurements at
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37 and 100^ relative humidity are given in Table IX. Addition

of acetic acid or a chelating agent increases the amount of pow-

der that can be incorporated in the mix. All compounds^ with the

exception of ethylenedlamine, accelerate the reaction. Compounds

containing carboxylic acid groups give the shortest setting times.

The compressive strength of the products is: low.

The effect of addition of acetic acid or chelating agents to

EBA is less pronounced (Table X) . Addition of these compounds

lowers the powder-liquid ratio as well as the setting time.

3.6 Effect of Zinc Oxide-EBA-
Eugenol Mixtures on the
Polymerization of Acrylic

Resins

Commercial self-curing acrylic monomer-polymer slurries

placed over cements containing more than 5^ eugenol do not harden.

With cements containing 100^ EBA or 95^ EBA-5^ eugenol, the acrylic

slurry hardens rapidly in all cases. However, monomer from the

acrylic softens the cement

,

Acrylic resins also harden when placed over salicylaldehyde-

zlnc oxide mixtures. The cement is not readily attacked by the

monomer. When this cement is placed in cavities of extracted

teeth, the teeth au?e stained yellow, probably due to the presence

of the aldehyde group.

4 . SUMMARY

Mixes of zinc oxide with many compounds capable of forming

chelates result in coherent products. Mixes containing £-ethoxyben-

zoic acid, salicylaldehyde, acetylacetone, ^-ethoxyacetic acid

or lactic acid form hard products within one hour at room tempera-



T.V, ^

n ;w;.jtl.'.‘ jV.

ol;tl&fcA .XI ^4cfj&*r xti-nwlg S^X

woQ *^o Xxujoflis 9^<t ssaLS^/tonX gnX-^ifeXS'rliX^ lii

* riy'lw .Bb/tuc,<5iBO0 IIA Jtl &etf a^oqioonl M mu ieiii

jfiJoqmoQ 4itotXM9rf Sft;J ^enltwifeXbene^ lo iiol^q9^>x-9fc
^

loris 9rt^ 9ivls"B^ao*3:g biOB afttftX»3noo

*-. '" ' ,woi El i9rf5jJ6:»'-iq arid 'lo d:isfi^d8 ovlaa^t^aoc art‘5^.

,V
^ ;

'•
'

. -/M
‘

:9 .'v

alnagB ic faloa oldme 1o‘ noIJlbbs lo ^oalla arfT

sbfwoqtao'i assril lo aollibbA i(X sidaT) bsoouonO'iq' 'kol a± Affl |

V '* ^ y»'id

sb IXw si5^ol:J4*a bti/pXI-‘i9>ti^oq

%
-Aaa-3lsix0 onXS l© do^'tSo,5.£
. iffi no EsiJjiiRiM j;cMi,^ya

OxXX'ioA lo noX3fiAl*i9Hn£X©‘? '•
..^fj;

aniaaff
*, ^V-'

^

V. f- i

.xit'rMjW

BsX'xiijis ri9Rr^Ioq-"T9K0xiQBi oXXy*^^^^’

5T
^

. !^ i _._

tboB:. don ob Xonesuo ^f^^nkrid aaom snijrcMdxK>o .^nawso
||

ITtoB arid .XonssMS ^3-Aas’'fe^ io i“Sa ¥>0d snin4#dnoo sdnaniai©,

9ti;J mo'jl *iQmo£iom ^asvswoH *s^3B3 IIb nX TycIblqB^ ansbrtBfi '

^' '

":M '

Si^^H ,dni^m&£> sdi ansctloiii^oiliE^Dj^

^ ,

'

i

>fc'^i9blj^i'\CoXI&3 t:©v.o as'rfw itQb'iBrI oeXB ci'jnXBei :>llx^oK

' i •> m
Qiii x<i b33t0BX;t£ X'Xbjss% tort sX *infeW9>> odT ^c^JitxXm st>t^o Pnl^i

bs^oBa^lxs lo a^t^twBo nX ba&Blq ^ nsOW

iiiaa&*Ki 0rit ot 6iib \7XcfBcfo*tq ^woXX&^ bsirLtatO' ©dt

©faicrtsWfi artd,^T|
, ''i •, .

'

ya'mMus, :k .,.y-:!.J'i:i v.t'ill'

-•j J-
' .^*.jt'

••».. 'V'

a
anXimol *io ©IcTsqjco ebftiiGqtjtoo dtXw sbXxp onXs Ip'rSdx^K

^^
^

.
''V..

• * -r
. ! ,

'_

*'*
".. i/-

'^orl;td-o. saXaiBdnoo a:^x.tM .e^toi/Ooriq crnsdsdoo oX

oX d'^tBv^onXs~o pB- t^b^d0pX3X'^XXss_^^^^^ bX o

^

blOB

isqtned noon da nworl brtornl.ltfXwvaooiifapnq bnari jrml bdoB;^^
^ A » *j ''jIL

>1
1



- 15 -

tore. Some of these products disintegrate in water,

EBA and oxides of group IIB and those tested In group IIA

of the periodic table as well as lead oxide harden rapidly.

Solutions of EBA and eugenol, when mixed with zinc oxide,

have a short setting time. The products show a marked increase

in compressive strength. Water solubility and density of the

product increases^

Addition of quartz powder further improves the physical

properties of the hardened material.

The products may be of interest as dental impression pastes

or temporary fillings

.
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Table I

Reaction of Zinc Oxide with Chelating Agents
at Room Temperature

Chelating Agent Grade of
Zinc Oxide

Approximate
Setting Time

Properties of
Product

RG^^^

hrs

eugenol 3

Isoeugenol 1.5

Isoeugenol RG (c)

Isoeugenol HF 3 reddish, hard

guaiacol RG (c)

guaiacol HF 1 reddish, hard

2-methoxy-4-methylphenol RG 16 hardens, slightly
putty-like

2-me thoxy-4-methyIpheno

1

HF 2 fairly hard

Q-ethoxybenzolc acid RG 0.2 colorless, hard

o-ethoxybenzolc acid HF 0.2 reddish, hard

^-ethoxybenzoyl chloride RG <1 yellow, fairly hard
adhesive

o-ethoxybenzoyl chloride HF <1 reddish, sticky

o-ethoxybenzoyl chloride 95^ RG
% HF

0.03 yellow, hard,
brittle

methyl salicylate RG <20 colorless .cake,
crumbly

methyl salicylate HF <20 reddish, soft

ethyl salicylate RG <18 colorless, coherent
crumbles

ethyl salicylate HF (c)
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Table I (Continued)

Chelating Agent Grade of Approximate Properties of
Zinc Oxide Setting Time Product

hrs

isoamyl salicylate RG (c)

Isoamyl salicylate HF (c)

0”Salicylaldehyde RG 1 yellowish-green
hard

Oj-sallcylaldehyde HP 2 brown^ hard

o~methoxybenzaldehyde RG >70 greyish^ putty-
like

o-methoxybenzaldehyde HF (c)

^methoxyphenyl acetate RG (c)

0 -me thoxyphenvl acetate HF (c) red cake

o~nltroanlsole RG (c)

o^nltroanlsole HF (c)

veratrole RG >70 colorless, soft
coherent

veratrole HF (c)

^-hydroxyacetophenone RG (c)

o-hydroxyacetophenone HF <24 reddish, soft
coherent cake

ethyl acetoacetate RG 4 colorless, soft
coherent cake

ethyl acetoacetate HF (c)

ethyl benzoylacetate RG (c)

ethyl benzoylacetate HF (c)

acetylacetone RG 0.02 colorless, hard
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Table I (Continued)

Chelating Agent Grade of
Zinc Oxide

Approximate
Setting Time

Properties of
Product

hrs

acetylacetone HF 0.02 reddish^ hard

citraconic anhydride RG 1 chalky, coherent

citraconic anhydride HF (c) soft coherent cake

lactic acid RG 0.5 colorless, harc^
disintegrates in
water

lactic acid HF 0.75 reddish, hard

pyruvic acid RG 0.01 yellow, very brittle

pyruvic acid HF 0.01 not cohesive, white
fumes are given
off during the
reaction

ethoxyacetic acid RG <1 hard, brittle,
adhesive

ethoxyacetic acid HF <1 reddish, hard,
adhesive, disinte-
grates in water

ethylenediamine RG 2 colorless, fairly
hard, brittle

e thy1ened iamine HF 4 reddish, fairly
hard, brittle

tetrahydroxyethyl-
e thy1enediamine

RG (c)

tetrahydroxyethyl-
ethylenediamine

HF (c)

(a) Reagent grade.

(b) Hyperfine

.

(c) Does not harden appreciably in 24 hours.
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Table II

Reaction of Various Oxides with o^-Ethoxybenzolc Acid
at Room Temperature

Material
Approximate
Setting Time

Properties
of Product

min

Copper oxide (b) soft^ putty-like

Silver oxide (b) no apparent reaction

Magnesium oxide 3 white^ hard, brittle

Calcium oxide <1/2^ grey, very brittle

Barium monoxide <1/2®- pink-grey, hard, brittle

Zinc oxide (reagent) 11 hard, adhesive

Cadmium oxide 2-6 dark brown, hard

Mercuric oxide (yellow) 2-15 orange, hard, brittle

Mercuric oxide (red) 4 red, hard

Aluminum oxide (b) soft, putty-like

Titanium oxide (b) soft, putty-like

Stannic oxide (b) grey -whit e , cohesive,
putty-like

Lead monoxide (litharge) 1/2 hard, yellow

Lead dioxide (b) black, soft, putty-like

Arsenic trioxide (b) soft, sticky, putty-like

Bismuth trioxide (b) greenish yellow, soft,
putty-like

Molybdenum trloxide (b) soft, putty-like

Manganese dioxide (b) sticky, putty-like
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Table II (Continued)

Material Approximate Properties
Setting Time of Product

min

Ferric oxide (b) soft, putty-like

Cobaltic oxide (b) black, putty-like

Nickelous oxide (b) green, cohesive, putty-like

Nickel dioxide (b) black, cohesive, putty-like

a Highly exothermic reaction,

b Does not harden appreciably within 24 hours.
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Table III

Reaction of Various Oxides with ^-Ethoxybenzoic Acid

Temperature; 37 ®C Relative Humidity; 100^

Oxide Standard
Consistency

Initial
Setting
Time

Solubility
and

Disintegra-
tion

Compressive
Strength

g/0.4 ml min % psi

ZnO 2,30 13-24 7.97 7200

MgO 0.63 3.5 48.5 low

75^ MgO -

25^ ZnO
3.5 low

(brittle)

505^ MgO -

50^ ZnO
0.97 4.0 30.9 450

255^ MgO -

75$^ ZnO
5.5

CaO 0,5

75^ CaO -

25^ ZnO
1.0

50^ CaO -

50% ZnO
1.0

15$^ CaO -

855^ ZnO
9.0

10^ CaO -

9C^ ZnO
40.0

10$g CaO -

50^ MgO
40^ ZnO

3.0
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Table iv

Reactions of Various Compounds with £-Ethoxybenzolc Acid
at Room Temperature

Material Approximate
Setting Time

hrs

Properties
of Products

Hydroxides

Lithium hydroxide - not very cohesive,
fairly hard

Calcium hydroxide (b) not coherent^

Strontium hydroxide (b) soft, putty-llke

Halides

Sodium chloride (b) no apparent reaction

Magnesium chloride (b) no apparent reaction

Calcium chloride 75 mixture crumbles

Mercuric chloride <24 hard, brittle

Lead chloride (b) yellow, putty-llke

Zinc salts

Zinc acetate (b) grey-white, cohesive,
putty-llke

Zinc oxalate (b) soft, cohesive, putty

Zinc sulfate (b) no apparent reaction

a Exothermic reaction.

b Does not harden appreciably within 24 hours.



V

C Ol

,;/v £

cddaT

:«ooH

to j

^iiul' :sjr£ivi£?^o

jiv.i

^ovi^erfoo :*ori

b'’ £ri V^I 'liBl

'•'ridi© Jon

noXwO£;_ ^
'

1
•"

£arIa'niiJ'io e*'‘u:fxJ.rn

elJC^L'tcf ib^sii

i i# -/ Xb sfio-o , - -:? ii i w

-

e>l t.:

-

yXJ jq

lOiXoED':! ;.n5isqq.6 u:f

o *>• :2>

3 blXCl . nil' i I I
'

'

( uj eblxorsbv ; mi* rc ; •'/:,

(d) sblxoxbvr( "tc- q

<d)

(d^ abln clno irfi

c*’V 3L'l'''.o{ fio

»is> f jlnol:!-’'
*

(d) nbl-'ro.

j

( cf

)

<

aJ.Gd:
•

crf) .q 9^;6 •
,

“. g1

,nol:tO£c I Dlm^ion ^ ;xS

^•.ijiSTqqs r.-- b'-xiid -on .

. Lriu iw . on V



24

>5P
*H 1

—
1

ID.

5H \
0 bO
P
0
>

0 P
w bO

CQ 0 C •H O
Q) U 0 m o
U ft U ft CM
d S p «N

-P O OQ
O

•H

CD >5 1pas
•H •H *H O
X >R 1

—
1 CQ *H

o o •H P P 0-
o TJ Cd c:^

o 1—

1

s s •

P -TJ bO i>-

•H o a 0
N • • CO cd P

1 >:)
1—

1

-P
O •H
!:::

1—

1

CD •H 0 cd S 00 CM
bO B S P 00 00
d 3 P *H S rH
W

1

w ^ ft

0 bO
•H > S P
o •H P cd

< P> p P =t
cd p p S CM

o 1

—
1 0 P p 1 on

•H 0 CO S B <X) 1
—

1

o ft H p
N
c:

0
0 P TD
CQ ^ p ^—.

X o S S P
o o -=t V ^ —

^

I>- S • P o m
-p on 0 O p bO on on
w 'O

1

Ol
• • ^ S ft CM CM
0 o o o
u ft ft

Cm zi

O p
cd

CQ U 1

—
1

0 0 o
•H ft Sp S T3 0
u 0 •H < < bO
0 Eh ft ft s
ft ^ u* ft ft ft
o cd P
u ft
Ph S o imn

o o CT\
iH •H 1

—
1

p
O •H
•H w
W o
>5 9^
x: S *0
ft O P

O P
o
CO o o

s s

rH
on

on

o
o
CD

o
rH

rH
CM

on

o O LA LA rH on
CD CA on CM rH

o 00
1—

1

O LA

o m O 00 ts- CD
(j\ on 1

—

\

ft ft ft ft ft ft
''

—

^ N JS—> N,^
o LA o LA o . O
CJ^ CA CM CM CM CM

P CM CM CM CM

1—

1

Op I 1
1

1 rH rH a
o O O o o 0
s S s s s b0
0 0 0 0 0 S ft< bO < bO < bC1 < bO < bO

ft S ft s CD zi ft S ft S
ft ft ft ft ft ft ft ft ft ft

LA LA
4 •

CM b-O O LA LA LA LA
CT\ 1—

1

00 p 00 CM tPCM l^on vD on

o O O o o o
s S S s s a
Nl IS] [SI tsi ISJ Nl





- 25 -

p
•H 1—

1

CO
CO KO i 1

C 9

CD bO (M

fi

CD

> ra

p x: 0
CO P 1—

1

CO bO o O
0 P o ^ B O
U 0 w o c o I 1

ft ^ ft »> P c
^ p o on
O CO
O

>5 1
m

PCs:: XQ

P «H O VX) TD
1—1 W p 1—

1

P
p p p oo I—

1

1 o C
X5 T5 CCJ

• • •

C C (^i o o p
P 'O bO p
O C 0
CO CCJ P u

u*
0 O P o O la o o o O
'O p bO OJ t>- 1—

1

on
• • • • * o •

O O 'P (M rH I—

1

CM 1

—
1 1

—
1 OJ

U3

«H o
I—

I

CO o o o o o o • o
s:: si: sn c c c c^o c
tsi IS] IS) (SI (SI IS! (J\ tS]

o

CD

OQ

u
O

x;
bO

>5
o
c
CD

-P
IQ

•H
CO

O
o

Xi
u

TD 0 a C Ln g
0 B c P 0 3 c
c p p B in oo CDO CO O OD CY^ 1 1—

1

cd

c Eh ft CO o p
p ,Ln > w
p bO
c si: p <p
o P c6 p o
o P P
v_>> P P C o o LH 'O

0 P P • * • c P
> CO C B CO CO O 1 o O cd s-H 1—

1

CM 1—

1

CO
0 P CO ra

p T5 u
Xi 'O P p
cti 0 P 1—

1

0
W B 'O o P

4->

cci

x:p
o
•H

O p p
1

—
1 1

—
1 SH P rH 1

—
1

^ ^ 0 cd

o o 0 O o O P U
C c < bO C c C o 1

—
1

T3 0 0 pq c 0 0 0 p d o >5 T3
P < bO < bO ft ft < bO bO bO cd X5 < o X3 P
C pq 0 pq c pq c d d p o pq cd d
O' ft ft ft ft ft ft pq P^ o c pq P 0 XJ*

cd P LA LA C ft cd bO p
Cl • • ^ 0 d cd 1

—
1

C o o LOLA I>~CM o o o o g Cd p I

O in in CM t>- PCO 1
—

1 CJ\ o o B SD uP P o CM 0 0P o o
P o u
XQ < 0 o
O pq pq
9^ c c
S ISl IS]

o P
o 1—

1

cd X>
O LA LA



/Ci. f

O’

O’

o

8

H
o

o n
>: H (0

C7* In

O If c

JQ i4

- <4.- o BO
S O

*i> o
O O ,|».^-T H-j* r
a> >-

‘ •^o

'.'»* '

-

o ki «

n CO
P5 • <Q ia

;

w
O i, O

t/3

i ' lA#^



- 26

Table VI

Setting Times of EBA-Eugenol Solutions with
Zinc Oxides of Varying Particle Size

Temperature :

Relative Humidity:
Liquid :

37 °C
100^
75^ EBA
25^ Eugenol

Grade
of

Zinc Oxide

Average
Diameter of

Particle^^^

Surface

Area^^^

Standard
Consis-
tency

Setting

Initial

Time

Pinal

Remarks

microns m^/g g/O . 4ml min min

Reagent - - 2.30 24 88 --

xx-78 .3 4 2.15 26 72 --

Kadox-72 .2 6.5 2.05 34 77 --

Kadox-15 .1 10 1.80 36 81 —
USP — — 1.60 34 70 —
Micronized USP -- 2.70 25 81 —
No. 513 0.04 31 0.25 26 54 very

brittle

Hyperfine .02 — 0.50 55 113 __

(a) Values given by the manufacturer.
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Table IX

Properties of Zinc Oxide-Eugenol Mixtures Containing
Acetic Acid or Chelating Agents

Temperature : 37 °C
Relative Humidity: 100^

Composition of Liquid Powder used Final* Compressive

igenol Additive •

per 0.4 ml
liquid

Setting
Time

Strength

% g min psi

100 P 1,30 540 3000

99.5 0.5, acetic acid 2.25 12 1800

95 5 acetic acid 2.25 6 3500

95 5 ethoxyacetic acid 2.35 12 2400

95 5 lactic acid 2.25 24 —

—

95 5 acetylacetone 2-35 73

95 5 ethyl acetoacetate 2 .25 90 *

—

95 5 ethylenediamine 2.25 >200
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Table X

Setting Times of Zinc Oxide -EBA Mixtures
Containing Acetic Acid or a Chelating Agent

Temperature : 37*^0

Relative Humidity: 100^

Composition of liquid : 95^ EBA
5^ Additive

Additive Powder used Final
per 0.4 ml Setting
liquid Time

g min

EBA 2.30 88

Acetic Acid 1.20 35

Ethoxyacetic Acid 1.90 55

Acetylacetone 2,00 57

Ethylenediamine 2.10 >60
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PHYSICAL PROPERTIES OF
CHROMIUM-COBALT DENTAL ALLOYS

Abstract

The chemical composition and some physical

properties of a group of commercial chromium-

cobalt dental alloys have been investigated

.

Spectrographic and wet chemical analyses were

made and liquldus temperature, hardness and

various tensile properties were determined

.

As others have reported, it was found to

be desirable to use threaded enlarged-end speci-

mens rather than straight rods for tensile tests.

In addition to the expected variation in proper-

ties between alloys, considerable difference

was found between lots of a single alloy cast

by various laboratories. Use of a controlled

atmosphere furnace was required for liquidus

temperature determinations because the alloys

react readily with oxygen. A vacuum furnace,

suitable for use with very small samples, was

developed and employed for this purpose.

1 . INTRODUCTION

The first patent on the chromium-cobalt alloys was ob-

tained by Elwood Haynes in 1907 [Ij. However, it was not

until 1937 that R. W. Erdle and C. H. Prange of the Austenal

Laboratories perfected the materials and techniques for the
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2

use of these alloys In dental applications [2], Since their

introduction into dentistry^ the chromium-cobalt alloys have

made steady gains in popularity until, at present, the great

majority of all partial dentures are made of material of this

type* This increased use can be attributed to their low

density, low material cost, and high modulus of elasticity

in comparison to gold alloys.

This paper gives the results of tests of the physical

properties of six commercial alloys, obtained by use of speci-

mens comparable in size to dental appliances. The properties

determined were; tensile strength, modulus of elasticity,

yield strength, percent elongation, superficial hardness,

and liquidus temperature

.

Several studies of these alloys have been made in rela-

tion to their dental application. In addition to the work

of Erdle and Prange; Paffenbarger. Caul, and Dickson at the

National Bureau of Standards [3] and Bush, Ingersoll, and

Peyton at the University of Michigan [4] have made special

contributions to the field. The manufacturers of commercial

dental alloys have compiled significant data on their own

products. It was felt, however, that additional information

was required to define the properties to be expected of cur-

rently available products and to serve as the basis for a

proposed specification for these materials. It was also

desired to investigate the reported superiority of the threaded
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enlarged-end specimen to the straight rod specimen for ten-

sile tests of these materials and to com.pare the properties

of specimens of these materials as cast by various labora-

tories under what they ostensibly believe to be the best

conditions

,

The six alloys tested include five American products

and one popular European alloy. The American materials

were selected to give a representative sample of the products

on the market at the present time. The group included new

products as well as established products which had been tested

previously. The European alloy selected has been used with

some success by the armed forces in Europe and is believed

to be typical of the better products available there.

These products can be divided into two classes on the

basis of their composition. The firsts containing approxi-

mately bOffo cobalt and the second^ less than 45^ cobalt.

Table 1 shows the composition of the alloys tested. Of the

two alloys with less than 45^ cobalt, the one with the high

iron content, (Alloy C), has been withdrawn from the market

since the start of this project.

2 . EXPERIMENTAL PROCEDURE

In the course of this study, two types of specimens were

employed. In the preliminary investigation, cast rods 0.09

inch in diameter and five to six inches in length were used;

however, with this specimen design it was difficult to produce

complete castings without Interior porosity. Bush, Ingersoll,
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and Peyton developed a threaded enlarged-end specimen design

resembling the A.S.T.M. standard specimen but of a size cor-

responding more closely to dental applications. This specimen^

as adapted for this study^ consisted of a 0.09 ± 0.01 inch

diameter rod, filleted to 12-24 threads at each end (Figure l).

Wax patterns were made at the National Bureau of Standards

and distributed to the various laboratories which prepared

specimens for use in the Investigation. The specimens were

cast according to the method normally employed in each lab-

oratory. The resulting castings were then submitted to the

National Bureau of Standards where all testing was done. Ex-

cept for Alloy F (the European product), castings were made

by the manufacturers of each alloy, the Central Dental Lab-

oratory of Walter Reed Army Medical Center, Fifth Army Central

Dental Laboratory at Saint Louis, Dental Division of the

7100th USAF Hospital, and the Dental Research Section of the

National Bureau of Standards.

The tensile properties were determined on a 2000-pound

capacity pendulum-type testing machine. The head speed em-

ployed was 0.02 inch per minute on the driven head, equivalent

to a loading rate of 12,500 psi/min. in the elastic range. The

strain was read from two Tuckerman optical strain gages by

means of an autocollimator. Figure 2 shows the tensile speci-

men in the testing machine grips with the Tuckerman gages

mounted opposite each other.
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A load, approximately equivalent to a stress of 10,000

psi, was applied to the specimen and the strain read . The

load was then increased to that equivalent to 50,000 psi and

the strain again recorded. Thereafter the load was applied

continuously and the strain was recorded at 25 pound load

increments (approximately 4,000 psi) up to 500 pounds. The

gages were then removed and loading was resumed at the same

rate until the specimen failed.

The modulus of elasticity was calculated on the basis of

the total strain between the stresses of 10,000 and 50,000

psi

.

The yield strength, for purposes of this study, was de-

fined as the higher stress of the first stress increment

(approximately 4,000 psi) that produced a strain equal to or

greater than 1.25 times that produced by an equal increment

below 50,000 psi.

A one-inch gage length was used for the determination

of the percent elongation. The length between the gage marks

was measured to the nearest 0.002 inch both before testing

and after reassembly following fracture.

The Rockwell 30N hardness was determined on specimens

of the type used for the tensile test. Parallel flats were

wet ground on opposite sides of the specimen. The use of a

coolant during the grinding operation is essential in order

to avoid changes in the hardness that otherwise would result
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from the heat produced by the grinding. The brale indenter and

30 kg load employed in the Rockv^ell 3ON test produce small

enough indentations to allow a series of indentations along the

longitudinal axis of the ground specimen in both the threaded

and the rod portions. A study was made of the relative hardness

so determined on specimens as cast and on the fragments of the

specimens broken in the tensile test.

These materials, like most alloys, exhibit a melting range

rather than a definite melting point. Because these alloys are

to be cast, the liquidus temperature, the lowest temperature at

which they are completely liquid, is of practical importance.

Liquidus temperatures were determined using samples of approxi-

mately 35 grams of the alloy. These materials react very rapidly

with oxygen at high temperatures and it is necessary to protect

them during the prolonged heating required for accurate deter-

minations. Commercial practice employes protective slags and

short melting cycles, neither of which could be employed in

this case. Since contamination can also occur from the refrac-

tories, they must be selected with care. Graphite, for example,

must be excluded from the system to prevent the absorption of

carbon by reaction with carbide-forming components. Vacuum

melting was found to be superior to controlled atmospheres of

nitrogen or argon in supplying the melt with the surface pro-

tection that slags provide in commercial melting practice.

The melting was done in a high frequency Induction furnace

which permitted rapid heating and produced a stirring action
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which assisted in maintaining the homogeneity of the molten

metal. The chrome-cobalt alloy in small ingots was held in a

19 mm o.d. X 90 mm alundum thimble. This was enclosed in a

35 mm i.d. Pyrex envelope and the Intervening space was filled

with 90 mesh alundum powder (Figure 3). The upper portion of

the tube held a platinum-platinum rhodium thermocouple coiled

and weighted in such a manner as to allow the protection tube

containing the hot junction to move downward as the metal melted.

An alundum plug covered the top of the thimble and acted as a

guide through which the protection tube passed. The thermo-

couple passed through a seal in the upper portion of the glass

to an ice-bath cold junction^ and the resulting potential was

measured on a potentiometer readable to 0.001 millivolt (Figure

4) . The liquidus temperature was obtained from several cooling

curves on each of two or more specimens of each alloy. The

thermocouple was calibrated at the freezing points of copper and

of Mond nickel.

3. DISCUSSION OF RESULTS

The physical properties of cast tensile specimens are de-

pendent upon many factors and show considerable variation among

the alloys tested. The resultant stress-strain curve^, however^

is typical of most non-ferrous materials. Figure 5^ taken from

a representative test of a clinically acceptable alloy, shows

the generally favorable properties attained with these alloys.

The modulus of elasticity was about 28,500,000 psi, which is
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approximately twice that of gold alloys. The yield strength was

about 70 j
,000 psi and^ since no constant stress yielding was

observed, some arbitrarily selected method must be chosen for

its calculation. The method employed (see above) was one that

has been used for cast gold alloys (5). The tensile strength

was approximately 105^000 psi.,

In addition to the variation in properties that occurs be-

tween different alloys, considerable variation can occur in the

measured properties for a single alloy when cast under different

conditions. Table 2 shows the range of values obtained on

alloy A for rod specimens cast by the manufacturer, and for

threaded specimens cast by three separate laboratories each

using their own techniques and procedures. The observed varia-

tion probably results from such factors as burn-out procedure,

sprue size and arrangement, and melting and casting technique.

Similar variation in the properties of alloy B are shown in

Table 3. In this case, the difference in modulus of elasticity

for individual specimens is particularly noteworthy. This prop-

erty normally is not affected much by variations in processing

but, in these two lots of castings, the Individual modulus

values ranged from 23.1 x 10^ to 33-1 x 10^ psi. This has been

attributed to a tendency for this alloy to form grains approxi-

mating the diameter of the specimen used in this study. The

wide range in the results can then be explained on the basis

of anisotropy of the individual grains and their orientation

relative to the specimen axis

.
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Table 4 gives the data for six alloys tested. All values

were determined as described above except those for alloy F which

were determined in accordance with the proposed specification

(6) for these products. This specification employs a combined

test for yield strength and modulus of elasticity similar to that

in the Federal and American Dental Association specifications

for casting golds (7, 8) . As a result^ the reported value of

60,000 psi yield strength is a minimum value only and the 29.0

X 10^ psi modulus is a minimum value which is exact only if none

of the specimens tested had proportional limits below 60^^000 psi.

The composition of alloys E and F as given in Table 1 are

those reported by the manufacturers. Chemical composition for

alloys A - D was determined by analyses made on the specimens

employed in the tensile tests, and represent the composition

of the metal actually cast rather than that of the alloy as re-

ceived from the manufacturer. Considering the melting practices

employed, however, the differences are expected to be small.

The analytical methods employed are described in references 9 $

10 and 11. No attempt was made to make any correlation of the

observed properties with composition. The number of composi-

tions tested was small in relation to the number of elements

present, so such a correlation would be of little value. In

addition, there is good evidence in the results that other

factors are of equal or greater importance . Examination of

Table 1 shows that alloys D and E are of very similar composi-

tion, while Table 4 shows extreme variation in their properties,

tensile strength and percent elongation in particular.
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Rockwell Superficial Hardness (30N) was determined for each-

alloy along the entire lengthy both rod and threaded portions^

of specimens used in the tensile test. This aided in the com-

parison of various spruing arrangements in regard to their abili-

ty to prevent formation of shrinkage porosity. As can be noted

from Table 4, the results indicated a consistently higher hardness

for the rod portion than for the threaded ends. This may be

attributed to two possible causes^ work hardening of the rod

portion during the tensile test, or to structural differences

in the two areas resulting from differences in their cooling

rates. In order to determine which of these was the proper ex-

planation, a series of hardness tests was performed on specimens

which had not been tested in tension. The results are compared

with those for previously pulled specimens in Table It can

be seen that there is no significant difference between the two

groups

.

In all probability, the small amount of elongation obtained

in these alloys is insufficient to produce work hardening except

in the immediate area of fracture. The observed difference in

hardness between the rod and threaded portions of the specimens,

therefore, is attributed to differences in grain size and dis-

tribution of micro-constituents. On the basis of these obser-

vations, it is concluded that hardnesses can be determined on

the specimens after they have been tensile tested without intro-

ducing additional error.
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A certain number of specimens were examined metallographi-

cally but^ aside from the typical dendritic nature of the micro-

structures^ no features were produced with sufficient regularity

to permit correlation of structure with observed properties.

This lack of correlation is a logical result of the wide range

of casting procedures employed by the participating laboratories.

The liquidus temperature of the alloys tested fall into two

groups apparently correlated with their cobalt content (Table 6 )

.

Alloys Bji E and F, all containing approximately 60% cobalt^

have liquidus temperatures between 2560 ° and 2650°Fj while Alloy

A, containing 43.5^ cobalt, has a liquidus temperature of 2355 °F.

Alloy C had been withdrawn from the market, and no sample was

available at the time the liquidus temperature determinations

were made. The accuracy of the determined values for the liquidus

temperature is believed to be within ± 10°F, and to be somewhat

better in most cases. In cases where the desirability of greater

accuracy would justify the use of larger specimens and greater

expenditure of effort the methods reported by Roeser and Wensel

(
12 ) are recommended.

4 . SUMMARY

The tensile strength, modulus of elasticity, yield strength,

percent elongation, superficial hardness, and liquidus tempera-

ture were determined for a series of six commercial chromium-

cobalt base dental casting alloys. The average tensile prop-

erties for these alloys fell within the following ranges: ten-

sile strength 84,500 - 108,500 psi, modulus of elasticity 26.0 -
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29-5 X 10^ psi^ yield strength 49^.500 - 64^500 psi^, and percent

elongation 1.9 - 6.0^. The average Rockwell 30N hardness of the

alloys tested ranged from 47.0 to 60.0 and their llquldus tem-

peratures ranged from 2355° to 2650°F.

Threaded enlarged -end specimens were found to give more con-

sistent values than straight rods in the tensile test. The

rod portion of the threaded specimen was found to be work hard-

ened so little by the tensile test that the same specimen can

be employed for the tensile test and the determination of hard-

ness.
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Table 3

MECHANICAL PROPERTIES of ALLOY B
As Cast by Different Laboratories

Threaded Specimens

Laboratory cdl-wr-2. Manufacturer

Number of Specimens 8 9

Modulus of Elasticity

Mean Value

C. V. 1

(psx)
(psi)
(percent)

31.0 X 10^
1.2 X 10°

3.5

28.0 X 10^
2.5 X 10°
9.0

Yield Strength

Mean Value
cr'

C. V,

fpsi)
^psi)
(percent

)

65,500
4,500
7.0

57,000
3,500
6 .0

Tensile Strength

Mean Value
cr

C. V.

(psi)
psi

)

^percent

)

117,500
9,500
8.0

98,000
6,000
6 .0

Elongation
(1-lnch gage length)

Mean Value
cr
C. V.

'percent )

’percent )

,
percent

)

1.2
0.2

18,0

4.3
1.7

40.0

^ Standard Deviation,

2 Coefficient of Variation.

3
^

Central Dental Laboratory, Walter Reed Army
Medical Center.
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Table 4

MECHANICAL PROPERTIES OF CHROMIUM-COBALT DENTAL ALLOYS
AVERAGE OF ALL THREADED SPECIMENS

Alloy A B C

Number of Specimens 26 17 6

Modulus of Elasticity

Mean Value (psl) 28.0 X 10^ 29.5 X 10^ 26.0 X 10°

cr- i (psl) 2.0 X 10^ 2.5 X 10° 1.5 X 10^

2
C. V.— (percent) 7.0 8.0 6.5

Yield Strength

Mean Value (psi) 64,500 61,000 49,500

CT" (psl) 4,500 7,000 8,000

C. V. (percent) 7.0 11.5 16.5

Tensile Strength

Mean Value (psi

)

108,500 107,500 104,000

^ (psl) 12,000 12^500 8,500

C . V. (percent) 11.0 11.5 8.0
I

Elongation
(l-lnch gage length)

Mean Value (percent) 3.4 3.2 2.7

a (percent) 1.9 2.1 1.5
1

I

C. V. (percent) 55.0 65.0 56.0

1 Standard Deviation.

2 Coefficient of Variation.
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Table 4 (Continued)

Alloy D E E
!

I

Number of Specimens 5 18
1

9

Modulus of Elasticity

Mean Value (psi) 27.5 X 106 28.5 X 10® 29.0 X 10®

l (psi) 2.5 X 10® 3.5 X 10® 1.0 X 10®

C. V.— (percent) 9.5 12.0 4.0

Yield Strength

Mean Value (psi) 56,000 62,400 60,000+1

cr (psi) 4,000 3,000
i

C. V. (percent) 7.0 5.0
i

Tensile Strength

Mean Value (psi) 84,500 102,500 105, 100

cr (psi) 4,000 10,000 6,500
!

C. V. (percent) 5.0 10.0 6.0 1

!

Elongation
: (

1 -inch gage length)

Mean Value (percent) 6.0 1.9 1.9

cr (percent) 2.9 0.8 0.9

C. V. (percent) 48.0 40.0 47.0

Minimum value determined in accordance with proposed
specification

.
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Table 4 (Continued)—
j

Alloy
•

!

\

No.
of

Specs

.

Hardness

i

1

(R 3ON) -

1

Mean Value CT C. V. (percent)

j

26
i

a 53.0 2.0 4.0

b 47.0 4.5 9.5

1 5.

17

1

a
1

60.0 1.0 2.0

b 57.0 1.5 2.5

C 6

a 54.0 1.5 3.0
j

b 49.0 1.0 2.0

D 5

a 01

—

1in 1.0 2.0

b 49.0 1.5 3.0

E 18
i

1 a 55.0 0.5 1.0
1

1

b 51.0 1.0 2.0

P 9

j

a
1

58.0 1.5
‘

2.5

3- Rod portion,

b Threaded portion.
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Table 5

EFFECT OF PRIOR TENSILE TESTING ON HARDNESS

As Cast After Tensile Test

Alloy Rod Portion Threaded Portion Rod Portion Threaded Portion

A 53.0 47,0 54,0 52.0

B 60.0 57,0 60.0 60.0

C 54.0 49.0 50.0 48 ..0

E 55.0 51.0 54.0 53.0

All values are average Rockwell 30N hardness

.

Table 6

Liquidus Temperature of
Chromium-Cobalt Dental Alloys

Alloy Liquidus °F

A 2355

B 2605

D 2575

E 2650^

F 2560

1 As reported by manufacturer.
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Figure 2. Tensile specimen in testing machine grips

showing mounting of strain gages
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RUBBER VACUUM
TUBE

TO VACUUM
PUMP

THERMOCOUPLE

PYREX GLASS

ALUNDUM THIMBLE

PROTECTION TUBE

METAL

HOT JUNCTION

SEAL

TO ICE BATH

f 40/50

LEAD WEIGHTS

TRANSITE BOARD

ALUNDUM PLUG

PYREX GLASS WOOL

ALUNDUM POWDER

VACUUM FURNACE
FOR THE MELTING OF

CHROME-COBALT
ALLOYS

Figure 3. Schematic drawing of vacuum furnace for the

induction melting of small speciiiiens.
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COLORS OP DENTAL SILICATE CEMENTS

Abstract

The colors of dental materials are of major

Importance to the dental profession. In this

study the colors of 30 shades of silicate cements

were measured, their color change with time was

observed and the differences in color with dif-

ferent powder-liquid ratios were 'also measured

.

The colors were plotted on the x,y-chromatlcity

diagram located between the white and yellow areas

The data indicate that development of a system

of shade designations based on tristimulus values

Y and Z may be possible. The color change showed

a darkening of the specimen which would be barely

discernable to the human eye. Different powder-

liquid ratios within normal usage ranges showed

no significant color differences.

1 . INTRODUCTION

Although many of the physical properties of dental mate-

rials have been extensively studied, very little work has been

done to apply scientific color measurement to these materials

[1]. The color is probably the most Important property in the

selection of silicate cement for restoration of teeth in the
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anterior position of the mouth because of the necessity for

producing an aesthetically acceptable reproduction of the natural

tooth. Several methods of color designation have been devised

[2y 3] and a number of systems for measuring color [2^ 3j and 4]

have been developed. Several of the standard color specifica-

tion methods were studied for use with silicate cements in an

effort to place the colors of dental materials on a scientific

basis so that their colors may be standardized.

Dental silicate cements, used as a filling material for

anterior teeth, are manufactured in a wide range of shades by

the several dental manufacturing' companies. However, the method

of shade designation was developed independently by each indi-

vidual company and since this is true, there is no uniform

system of shade designation. This is of special concern to

the Armed Services, since a shade ordered by name may not be

the sajne color if two samples were supplied by different com-

panies .

In this study, which was undertaken to provide some basic

data on silicate cement colors, the colors of several hundred

samples of silicate cements were measured, their change of

color with time was observed, and the differences in color with

different powder-liquid ratios were determined.

2. EXPERIMENTAL PROCEDURE

2.1 Materials

Silicate cements, as purchased by the dentist, consist

of a dry, pulverized glass composed mainly of silica and alumina
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and a liquid which is essentially diluted^ buffered, phosphoric

acid. These two substances are mixed into a plastic mass in

definite ratios and allowed to set into a rigid gel [5]. Stand-

ard shades sold by the L. D. Caulk Company and the S. S. White

Dental Manufacturing Company were used in this investigation.

2.2 Mixing and Molding

Samples were prepared by weighing enough powder on a torsion

balance to mix with 0.6 ml of liquid, dispensed from a 2.0 ml

capacity syringe, to form a mass of the standard consistency [6],

The powder and liquid were spatulated for one minute on a glass

slab. After mixing, the plastic mass was placed in a special

stainless steel mold and discs, 3/4 " in diameter and 1/8 " thick

were pressed between glass plates. Preliminary study had shown

that a specimen thickness of at least 1/8 " should be used to

minimize the error caused by the transmission of light through

thinner specimens

.

The specimens in the molds were immediately placed in a

container at 100^ relative humidity for one hour. The discs
V

were then removed from the molds and the color measured. After

the initial measurement, the samples were stored in distilled

water.

2.3 Color Measurement

All measurements were made with the Gardner Automatic Color

Difference Meter (Figure l). This is an improved model of the

manually operated Hunter tristimulus colorimeter. In the auto-
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matic instrument the light from a tungsten source is divided

into 2 parts by an optical system and focused to strike the

sample at a 45° angle of incidence in a small spot about 3/8

inch in diameter. The light is perpendicularly diffused from

the sample and through a system of three filters and photo-

cells, transformed into electric currents, which are sent

to the measuring unit. The currents are passed through an

electronic circuit connected to motor-driven dials mounted

on the front of the Instrument. These dial readings will

then give a complete colorimetric specification of the sample.

The silicate cement discs must be kept moist at all times

to avoid ^‘chalking, therefore a special cell was constructed

so that the samples could be immersed in distilled water for

all measurements . This cell had a bottom of boro-slllcate

optical glass. The cell is shown in position on the instru-

ment in Figure 1. The samples were placed in the cell and

covered with water to a depth of about 1/2 inch. The color

was then measured

.

The instrument gives the colorimetric description^ as

three values, “Rd->
” “a," and "b.*' is defined [7] as

100 times the amount of light reflected by a sample divided

by the amount of light reflected by a perfectly diffusing

sample (actually by MgO), when the light is incident upon

the sample at an angle of 45"" and the measuring device indi-

cates the light diffused perpendicularly from the sample

.
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A black, completely absorbing sample would have an value

of zero while a pure white, perfectly diffusing specimen,

would have a value of 100. ’’a" and *'b” are [7] the rectangular

coordinates of color in any plane intersecting the color-

solid perpendicularly to the black-white axis. Zero values

of ”a" and "b'* indicate that the color of the sample is on

the black-white axis, or some shade of gray, when ''a” has a

positive value, the color is on the red side while a negative

value places it on the green side. Similarly, a positive value

of "b” Indicates that the color is in the yellow region and

a negative value shows that it contains blue.

Previously calibrated samples of porcelain-enajnel were

used as a primary standard and small porcelain chips with

spectral characteristics similar to those of each shade were

used as secondary standards.
>

Several of the universally accepted methods of color

designation can be calculated from the ^’a,
” ”b" values.

The tristimulus coordinates X, Y and Z are related to "

"a,” and "b" as Indicated by the following equations [7]

Rd = 100 Y (1)

a = (175) (0.51 (1.02X - Y) (2)
1 X 20Y

b = 70 ( 0.51
21 + 20Y^ (y-0.847 Z) (3)

1 + 20Y

The tristimulus coordinates, which are the representations

of .the primary colors required to produce for the standard

observer the color at any wave length, are used to calculate
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the chromatlcity coordinates, x, y and z. These aire the tri-

stimulus values expressed as a fraction of their total, or

X =

y =

z =

X
X t Y -1- Z

Y
X -f Y Z

Z

X + Y + z

(^)

(5)

( 6 )

If the X coordinate is plotted against the y value for

the spectral colors, a graph as shown in Figure 2 is obtained

.

The coordinates for the spectrum loci are shown by the curve

Itself, while mixtures of colors are located within the en-

closed area.

The National Bureau of Standards unit of color difference

was used in this study for showing color change with time

.

This designation of color difference, given the symbol ^E, is

a vectoral sum of the component differences as

AE -f- Aa^ -t Ab'

where

L = 10 ,|Ry (8)

3. RESULTS AND DISCUSSION

The chromatlcity cocrdlnates for 30 shades of silicate

cements were determined and plotted (Figure 3) the range of

color of the cements lies -between white and yellow areas of

the diagram with small' amounts of red or green added. The
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.

Location in relation to the principal colors can be seen since

R Indicates the red area> Y the yellow, G green, and B blue.

If the portion of the diagram containing the silicate cement

colors is greatly expanded (Figure 4), a more accurate repre-

sentation of the relationship between shades is seen* The

distribution of shades throughout the whole area is fairly

uniform, although it seems that a good many shades could be

eliminated without seriously affecting the colors available

to the dentist

.

Another factor that is important is the change of color

with time. Here, the NBS unit of color difference is used

as the basis of comparison. The size of this unit can be

visualized from the knowledge that one unit is usually disre-

garded in commercial transactions, a difference of two units

is considered a match in wool dyings and a difference of four

units in cotton dyings [3]. The color of a typical cement

will change from 4 to 6 NBS units (Figure 5) during the period

from mixing until a stable color is obtained^ This equilibrium

color was reached in about 2 to 3 weeks after mixing. Similar

shades from different manufacturers had approximately the same

change of color (Figure 6)

.

This color change is mostly due to a darkening of the

sample (Figure 7). If " "a," and ^’b" are plotted on the

same scale, which can be done since their units are approxi-

mately the same size, it can be seen that the reflectance, or

lightness, has the largest change, "b” or yellow changes only
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slightly while "a” or green has no significant change. This

difference in is probably due to a change in opacity^ rather

than actual pigmentation. As silicates age, they become less

opaque and more translucent. Since the R^ value is based upon

reflected light, a more translucent sample would transmit more

of the incident light than previously, reflecting less and

giving a lower R^ value.

Since varying amounts of powder would have slightly dlf-

,

ferent quantities of pigment, a study was made to see if this

would have a significant effect on the color, as a difference

in powder-liquid ratio does affect the other properties of the

cement [8], Several samples with different powder-liquid

ratios were mixed and their colors measured. The color dif-

ferences of these samples when compared to those mixed to a

standard consistency (I .50 g of powder to 0.4 milliters of

liquid) are shown in Figure 8. The change in the ratio has

very little effect upon the color, except at very low powder

quantities. A ratio of 1.25/0.4 gives a very light sample with

a difference of several units, but the samples were not uniform

in color and since they had a very thin mix, probably would not

be used by the dentist. The results from this Investigation

clearly show the need for a shade requirement in specifications

for silicate cements. Although the range of manufactured shades

probably covers the range of natural tooth colors, there appears

to be an excess of shades in certain regions of the chromatlclty
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diagram* A study of the tristimulus values X, Y and Z for the

30 shades of cement Included in the present investigation indi-

cates that a system in which Y and Z are specified might be

satisfactory for designating the shades of silicate cements.

In Figure 9 where Y is plotted against X it can be seen that

for any given value of Y very little variation in X was ob-

served . The plot of Y against Z, Figure 10, however, shows

that these two tristimulus values did vary independently. As

shown by equations 1 and 3# Figure 10 can be considered to be

a representation of reflectance (Y) and yellowness (Z)

.

The

large open blocks in Figure 9 represent a possible selection

of regularly spaced standard shades which cover the range ob-

served in the present investigation. The shaded blocks can be

designated numerically as shown in Table 1. Until additional

studies are made this particular selection of shades cannot be

recommended as the most satisfactory choice. Also additional

information is needed on the tolerances which are necessary on

shade designations. These tolerances will depend upon the

practical, limits of color control in the manufacturing of sili-

cate cements and upon the reproducibility of color measurements

made in different laboratories.

4 . SUMMARY

When the colors of dental silicate cements are plotted on

the x,y-chromaticity diagram, the shades lie between the white

and yellow regions of the graph, with small amounts of red or
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green added . By inspection of an expanded diagram it seems that

an excess of shades are provided in some areas of the diagram

and that several shades could be eliminated without affecting

the dentists* ability to match anterior tooth color. A study

of the data obtained indicate that a system- of standard shades

based on the specification of the tristimulus values for Y

(reflectance) and Z (yellowness) could be developed.

A -color change of an amount discernable to the human eye

occurs during a two to three week period immediately after

mixing. This color change^ due mostly to a darkening of the

specimen, is probably caused by a decrease in opacity rather

than a change in pigmentation.

Differences in powder-liquid ratio show no significant

differences in color, except in cases where the quantities of

powder are very low.
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Table 1. Y and Z Tristimulus Designation
of a Series of Regularly Spaced
Shades for Silicate Cements

.

Y Z

0.l8 — 0.14 0.17 —

—

0.21 0.14 0.17 0.20

0.24 0.17 oCM
•o 0.23

0.27 0.20 0.23 0.26

0.30 0.23 0.26 0.29 0.32

0.33 0.26 0.29 0.32 0.-35

0.36 — 0.32 0.35
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MECHANICAL MIXING OF DENTAL CEMENTS

Abstract

The effects of mechanical mixing technics on zinc

oxide-eugenol and on silicate cements using a gelatin

capsule as the mixing container and mixing in the Cres-

cent Wig-l-Bug amalgamator have been investigated. In-

corporation of the ingredients was achieved within seven

seconds with mechanical mixing.

The zinc oxide-eugenol cements shov/ed little change

in physical properties when they were mixed by mechani-

cal means as compared to those mixed by spatula.

The silicate cements mixed mechanically at room

temperature had slightly decreased setting times and

had compressive strengths not significantly different

from spatula-mixed specimens . Specimens mixed mechani-

cally at reduced temperatures had similar setting times

and similar or lower compressive strengths than those of

the spatula-mixed specimens. In general, the silicate

cements mixed mechanically exhibited an increase in solu-

bility and disintegration compared to those which were

mixed by spatula. Variations were found to exist between

different brands of silicate cement.

1 . INTRODUCTION

It is well known that the properties of the dental cements

depend to a considerable extent upon the method of mixing the
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cement powder and liquid . This is especially true with the

silicate cements, and recently several methods have been sug-

gested as possible means of improving their physical prop-

erties [1, 2].

It was thought that mechanically mixing the dental cements

might offer certain advantages over the usual method of mixing

these cements with a spatula on a glass slab. Specifically

it was thought that mechanical mixing might achieve:

1. Increased efficiency through reduced mixing time and

elimination of the necessity of cleaning the mixing equipment.

2. A more standardized mix and technic,

3. Physical and chemical properties equal or superior to

those produced by hand spatula mixing.

2 . EXPERIMENTAL PROCEDURE

2.1 Mixing Technic

Of the various methods studied the Crescent Wig-l-Bug

amalgamator appeared to offer the most convenient method of

mixing or incorporating the Ingredients . A study of possible

usuable mixing containers indicated that the number 000 gelatin

capsule was the most convenient for use in mechanical mixing.

Glass and plastic were among other types of containers investi-

gated, but these were rejected for the more convenient, inex-

pensive gelatin capsule which could be discarded after being

used p

Gelatin capsules were filled with a weighed amount of pow-

der. When a mix was required a known volume of the liquid was
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added with a syringe to a capsule before placing it in the

amalgamator

.

Mixing times of 5 to 10 seconds were investigated and al-

though mixing was accomplished at 5 seconds in the greater ma-

jority of cases, a 7-second period was chosen in this series

of tests. A change in tone of vibration is noted at the point

mixing is completed. This occurred in approximately 4 to 5

seconds

.

The powder-liquid ratio used was that found to produce a

standard consistency disk diameter in accordance with American

Dental Specification Number 9 Dental Silicate Cement. One

fourth of the amount of powder and liquid used in determining

the standard consistency ratio was used to mix the small sped

men which would correspond approximately to the size used in

clinical practice.

The speed of the Crescent Wig-l-^Bug amalgamator used in

this series of tests was measured with a Strobotac and found

to be 3^200 vibrations per minute.

The torsion balance used in all powder weighings was sen-

sitive to plus or minus 2.0 milligram.

A one milliliter tuberculin syringe was used for all meas

urements of the liquid.

The analytical balance used in the solubility and disin-

tegration tests was sensitive to plus or minus 0.2 milligram.
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2.2 Determination of Physical Properties

Tests were conducted in accordance with A.D.A. Specifica-

tion No. 9 for Dental Silicate Cements. Results were obtained

on both standard-sized specimens and on small specimens which

would approximate the size used routinely in the dental office.

To overcome the problem of mechanically mixing the large

amount of powder required for testing the large standard-sized

specimens, the powder was divided into two equal parts. Each

part was placed into a separate gelatin capsule, and the second

capsule was mixed Immediately after the first.

Several modifications in testing procedure were necessary

in testing the small specimens.

The brass ring size used in testing cements for setting

time was modified from the standard Internal diameter of 9.5

millimeters to 6.9 millimeters for the small specimens. The

size of the compressive strength specimen was reduced from

12 X 6 millimeters to 5.7 x 2.99 millimeters. The solubility

and disintegration specimen was reduced to 25 percent of stand-

ard volume and the diameter was reduced from 20 to 15 milli-

meters (see Figures 1 and 2). The volume of cement used in the

consistency test was reduced from 0.5 n^l to 0.125 ml.

All tests were conducted in a controlled temperature room

with a temperature range of 20-22 °C and a relative humidity of

55 -75^.
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3. RESULTS AND DISCUSSION

3.1 Silicate Cements

The two phases investigated were: the effects of mechani-

cally mixing the silicate cements at room temperature^ and

the effects when a coolant,, such as ethyl chloride, was sprayed

on the mixing container to chill the Ingredients during the

mixing procedure. The results are shown in Table 1.

The diameter of consistency test disks of the silicate

cements decreased when mixed by mechanical means at room tem-

perature, but a slight increase was noted when a coolant, such

as ethyl chloride, was used to chill the ingredients during

mixing

.

The setting time of the mechanically mixed silicate ce-

m.ents with no coolant was reduced but the specimens cooled

with an ethyl chloride spray during mechanical mixing were

similar in setting time to those mixed with the spatula . All

setting times were measured from start of mlx^ The setting

time of a mechanically mixed silicate cement ( standard-sized

specimen) with no coolant exhibited a setting time of three

minutes; whereas, the same cement mixed by the spatula showed

a setting time of four minutes. It should be noted that only

seven seconds are spent in mechanical mixing, while approxi-

mately one minute is spent in spatula mixing. Therefore the

resulting working times between mixing and setting of the

cement are approximately the same for both methods.
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Little significant difference was noted in the compressive

strengths of the specimens mixed at room temperature. A de-

crease was noted in small specimens of cement A and standard

specimens of cement B when they were mixed by mechanical means

and subjected to the ethyl chloride coolant spray.

The silicate cements with the exception of cement C ex-

hibited an increase in solubility and disintegration when mixed

by mechanical means with the large specimens (cement B) show-

ing a somewhat smaller increase. The series of mechanically

mixed specimens in which the powder to liquid ratio was adjusted

to meet the consistency test disk diameter had approximately the

same setting time and compressive strength as standard consisten

cy spatula mixed specimens, but increased slightly in solubility

The small test specimens of cement C gave unexpected re-

sults. When mixed mechanically with the coolant spray the con-

sistency test disk decreased in comparison to those mixed by

spatula with a corresponding slight increase in the compressive

strength and a decrease in solubility. It was believed that

this might be due to particle size, but a study of particle size

showed this group to correspond closely in particle size to othe

cements used in this series of tests.

The high solubility noted in the small test specimens in

part is due to the large 15 millimeter diameter of the test

disk in relation to its small mass.



evJtBBO’TqmOQ ill 5^;Jc>n

.-*s5 A . sw;^B‘ia-(jni9;t mooa in l)axt«t 'Snwlo®q% -

biua A :tabi^95,^lo XIii^l8'^rtt,
' ^-'

fi*

'

'

:? ^ '^'' /
'^

eriBem XBolnBrtMm baxlm^'s^sw nsriw fi dnsms^o^^lo Gn^atlb^d^
_ '

«
' „“

• ^ .

'

'.i S

,

}

»

,X^jqs ;fnBXooo. Bbt^ ©dc). bnB
'

B
'S'!

'.0
*

v'* ’ . 'to
BI

.1^X9 0 drams,') >lo *jnol^q9'UX9' sridr
,
^17 ^

'AT 00
»

bsxim nadw os fc^XiUirt.

-woda' (S dasmso) ensmlosqs sdd ddlw erasm rd
° S

-ffl

_Bi," . :F 'i.

To BsXise sdT .s^jss^idhI dBd><smoS;,s^^^

V? . osdEjjf-bB BBw olds'! bljjplX od .'lobwoq sdd doldw nl Brrsmibbqs bdxtm
i||r '-'^IfiB! n

add YlsdBiHlxjp'iqqjB ?bfid 'isdsmBlb >Js tb daad *jdd od
6-^

-radaishoo b'usbrteda qs xid3ra"id8 s\/te8%^^oo^.brijs amid snlddse .

on '

^

.yJllldLPioa rFl vl^dslle bsassioni ‘dl/ds'^eramlosqs ,b9Xlm Bix/dsqV ^0.

-S'! bsdosqxsniJ ava^ 0 dxismeo To sxiomloeqe^dQSJ IlBma' sdT &
'til

,

-*"’ ^

S

,y^., -noo sdd YJS'iqe dralcoo odd ddJt^ ’^Xlj^olfr.eriosm bsxim asriW^ .ad?X«a

^^y*’>y
.

’-, bsxJtm ssorid od noalaaqmoo /li bsoissio«!^d i^alb dead "^onsd^la

svlaco'iqitiQO'iedS iiJi^saesaonl^dft^lX^a b ddli<

dadd bevslXsdv'BBw dl - ,.*^dlJ[:Tdi.?Xos^ a s9j||aosb a bra
M-'

'

^-' •'
'

;

ssla sLoldasq To vbi/de 6 dyd ^Xold'xsq oj s«b sd dd^lm airid

"

^ o si''"'

'

-'?
j?

"
'

- W"''
"' •« ’

*i9ddo od ssla sIoldqBq xil TilsaoXo bboqas'rraD dd guo'i^'-aM
©

-. 50 BSl'isp sltid nl bsep adnonxito
.

nl arismXosqavdasd ^iBrna oi'ld ill blfdoa icdllldpXqa sftt -r'.i

^dasd odd To Tsdsir»B-tb 'tod^^iiTlXXlmV^X s»raX sd^^ od suboai d'lBq®'

ye.'aBm LLe.ms eiJio:i aolJ£:lB'\ «1 salt
a. 1

“



- 7 -

The large specimens mixed with the ethyl chloride coolant

spray exhibited what was believed to be surface freezing and

it is questionable as to what effect the ethyl chloride may

have on the silicate cement, because undoubtedly some of the

spray seeps into the mixing container. The smaller samples

were more effectively mixed by mechanical means than the large

samples with or without the aid of the coolant spray.

3.2 Zinc Oxide-Eugenol Cements

E. R. Squibb and Son zinc oxide U«S.P. and eugenol U.S.P.

and S.S.White Z.O,E. brand zinc oxide and eugenol cement were

used in all tests.

The sizes of the specimens were the same as for the sili-

cate cements. The physical properties of large and small

specimens when mixed by spatula and mechanical means are given

in Table 2.

The physical properties of the zinc oxides apparently are

affected to some extent when mixed by mechanical means as com-

pared to spatula mixing, but the degree to which they are af-

fected is not marked. A slight decrease is noted in the diameter

of the consistency test disks of the mechanically mixed cements.

Little difference was noted in the setting times of the

zinc oxides when mixed by the spatula or mechanical method

.

The heat generated in the mechanical mixing may account for the

slight decrease in setting time found in most of the mechani-

cally mixed specimens.



w
^ V -

critfeXoop lYrl^0"%rfct''rfliK^b^xlm 'aaew^^^ ^ axfT

.

r;a??v
bnjB s^sdenl 4^oM*Xnua b'3v^±Ied ^ -Br

X^ ^bX'ioIrta^Xx^de d slditolitfi^p |Jti

&cid lo arnoa tX&s^ddjjaSmiJ^^aaMo^d'^ eiBolfla .

hi/rl^^e.elqms^ ^bIIbsoe ’^dT .'imlM^Snoo snixM;,$dd“odn| ..aqii^

'

' -’A.

9S*u£l srid fiBrlJ .adB^^itf'^XAoi^ijUlo b9XIm YXbyld09ils%
fsi ,

' SI ' *
P - f('^ .

'

'. " a ^'

^ . dnBlooo edd lo blB 9 iltt duoddlw .10 d\t±w aaXqnisiEi^

.l^H. !.a-. .!i’ian
'

/li

sdnaraaO lones^^-sblxO ontX S*&

Xonasya “bfiB .5j£l3 ebJtxo anis^^Jtog 'bnis* ddl^ .H ^
11

if m' If*

a»taw ifiamao ioneguo ba& eblxo asil$tfbtm^d .a^O.S adlrlW, 2.

s» go
.adaai XIj# nl beau

:c^.^ ;a|

-XXXs Slid 'ioJ 9mB8 edd e'lsv/ enOTtasqa arid lo aasXa adT
Ik
M

i*
‘

,
If'

'^' > j ,
'®'

' ^ ’
, ^

IXjsma bna asueX lo aeldnaqo':!^ iBoXa'Zdq sflT .ednamao edBif'"’",

.
, ,v . i- .

m
nsvXs ona ^ruBora lBolnBdo_9m_bnjs bIwdsqa ycf baxXia nadw an^Xoaqa

1'
.42)

*; "I

S^Bldsr
''M

a'la xXdne^qqjs esbixo onis sdd .>50 eaXd^eqoaq laolayriq adl' »«

-moo aB ertjBbm labXnsnoem yd bexXm dnadxa amoa od bodo^'llB.

r^^;*lAfe' 'si '. .
. J

,

-*lB eiB Y9dd xioXriw od ©e^aab add dud ^airXxXm aludaqs od^ps^sq ^.:]

"Y e d 9niB 1b edd nX fc»doff a i* "oaBs^ios b AddaXX e A'
'^3 bsM'iam dort" e i bad

®*
'

El .

. ii '

^
•

^ ®l ^

/,,.' .^;. .Htj.
^ ,,jj|,

,

*
. atfnsnjgp tjsxl/n YllisolnsdvsnJ 9rtS ;.i BatsXfc' j’asJ ^t^f^9:te^8^ao. artst ' ’W-

9fld lo at^Xd* a^Xddas add nl bedoxfTmw aons'isIlib /sXddXJli^
•.;p’ i -* .. i^fc - „

^bodddm XfioinBri09«3t6 Bludsqa sdd yd^r bsxXm nodw, a^#blx0
.

'

' '
• ^, «••" .v£

'- n
” '"* ,' ***^ ' *2 ''ili 4 »j tJTO'

**

arli nol imioooB sai'klm ieornariosm Mi rtl baiflianss ia»d„9rl® i4
__ i.^ ;•»»».'.'< « ^miggk " ”

,

:’
,;^

-liiarioan srli "io ieocnfti MuJol &a,ti sniiisa nl seaeioslj siriails
ji , . >.

tr
’ mh

. ^namloaqa^^ba^JUii



- 8 -

The compressive strength was higher for small specimens.

The small specimens also showed a somewhat higher solubility

and disintegration. This again may be due to the higher ratio

of surface area to mass for the small solubility and disin-

tegration specimens

.

4 . SUMMARY

4*1 Silicate Cements

1. Mechanical mixing of silicate cements using an amal-

gamator and gelatin capsule is a convenient and time-saving

procedure

.

2. Depending upon the particular brand and technic used

the compressive strength may be decreased and the solubility

and disintegration of a silicate cement may be either increased

or decreased by mechanical mixing.

3. More detailed information on specific brands of cement

and technics would be required before mechanical mixing of

silicate cements could be recommended for clinical use.

4.2 Zinc Oxide-Eugenol Cements

1. The zinc oxide-eugenol cements show little difference

in their physical properties when mixed by the spatula or by

mechanical means.

2. Mechanically mixing the zinc oxide-eugenol cements

offers a simple, rapid and more efficient method of mixing.
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